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Chapter 1

Introduction

1.1 Active control of structured light
Control of light has been advantageous to humankind since antiquity [1]. While archeological ndings indicate the use of lens-shaped elements, such as rock crystals, already
millenia before Christ [2], the earliest written evidence of "a burning glass" dates
back to ancient Greece. A famous myth stems from 212 BC [3], when Archimedes
was speculated to have protected his home city Syracuse, using multiple hexagonal
mirrors to focus the sun's rays to set re to attacking Roman ships. Supposedly, he
actively and dynamically controlled the location of the focus by mechanically rotating
his sun reecting mirrors, so as to set on re a chosen Roman ship. Whether or
not Archimedes could have used mirrors to destroy an entire wooden ship about 50
meters from the coast, the technology of creating re using optical lenses or mirrors
was all but a myth [2]. In ancient times it was used to cauterize wounds and light
sacred res in temples [4]. Since then, we have manipulated light also in other ways
through its interaction with material [5]. Using advanced shaped lenses and mirrors
in telescopes, microscopes or other equipment, we have extended the range of our own
visual perception [6, 7].
In modern times the ability to actively control light has enabled a large number of
technologies, crucial for today's society. Light-based technologies include data transport over the internet through optical bers [8], obtaining energy from sunlight [9],
advances in medical treatment and analysis tools [10], and the creation of articial
(sustainable) light-sources [11]. These everyday applications have established a clear
concept that actively controlling light opens new pathways for innovations in science
and technology. One major way to manipulate and structure light is to use the
properties of materials to control light through light-matter interactions [5]. Until
recently it was considered that the smallest scale to which light could be controlled was
determined by the wavelength of light in naturally occurring materials [12], implying
9
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therefore also a limitation in the precision of light-based technologies. The creation
of articial materials, by structuring materials with subwavelength features, allowed
researchers to control the properties of light beyond the wavelength limitation, giving
rise to the eld of nanophotonics [13].
Whereas properties of light (e.g. amplitude and phase) in normal beams vary
gradually in space on a lengthscale given by the wavelength, around nanostructures
such properties can vary over length scales smaller than this [14, 15]. Furthermore,
the light elds can be much richer in structure and can exhibit fascinating patterns,
of which Airy beams [16] or knotted light elds [17, 18] are but examples. Structured
light can act as a platform for interesting phenomena on unthinkably small length
scales, such as enhancing the emission of uorescent molecules with nanoantennas [19],
focusing optical energy onto a nanosized particle [20] or even slowing down light
in photonic crystals [21]. The direction of light elds, typically denoted as the
polarization, is another property of light which can be inuenced in the vicinity of
nanostructures. Local areas can occur in structured light where the polarization
is perfectly circular, either left- or right-handed [22]. By positioning light emitting
objects with a given handedness in the vicinity of such regions, their emission direction
can be controlled [23]. Structured light can also act as a local boost for nonlinear
eects, hereby creating a conned source for new light frequencies [24].
One promising platform to create structured light is the eld of plasmonics, where
the optical properties of metal nanostructures can be exploited to achieve control
of light. Plasmonic structures are famous for their ability to conne light to deep
subwavelength volumes [25]. Such connement goes hand-in-hand with increased
light intensities, which are known to enhance the eective nonlinear response [24].
Likewise, on such conned length scales, light can be expected to contain more highly
structured optical features, such as optical vortices [26] or other kinds of optical
singularities [27, 28].

1.2 Wave singularities
Waves are found all throughout nature, of which ocean, sound and light waves are only
examples. Such waves, whether being of electromagnetic (e.g. light, x-ray, microwave)
or mechanical (water, sound) origin, can interfere constructively, where wave elds
from dierent contributions (sources, reections, diracted waves) are added, or
destructively where they cancel out. Waves are described with a variety of parameters,
which, under certain conditions can become undened (singular) at a position in space:
a wave singularity [29]. A well-known example of such a phenomenon in light elds
is the occurrence of caustics, lines along which rays of light are focused, which are
often observed at the bottom of the swimming pool. Caustics are a classic singular
example because its brightness is predicted to be innite, and no clear direction of
propagation is dened [15]. Vortices, another kind of singularity, occur at points of
pure darkness, where the phase is undened [30]. Singularities can occur as a result
of wave interference. Vortices, for instance, can be found in the dark zones of laser
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Distribution of tides in the North sea, between The Netherlands
and England. Along cotidal lines (shown in blue), the tide is simultaneously
high at a certain time. Each line therefore represents a dierent hour on the
day, where the amplitude of the wave pattern in the sea is equal. Image with
permission taken from [33].
Figure 1.1:

speckles [31, 32].
Another example of a wave singularity was discovered already in the 1830s by
William Whewell on ocean and sea waves [34]. Studying how the heights of the tides
varied at dierent positions and times, he drew maps with dierent lines of equal
tides at a certain hour, which he named cotidal lines. Along such lines, the height
of the sea is equal and each line represents a dierent time during the day, e.g. each
hour in a 12-hour period (Fig. 1.1). Whewell understood that the complexity of the
pattern he observed, was due to the interference of waves following dierent routes
to reach the same point in the ocean or sea. He made a peculiar observation when
connecting all the lines of equal tide into a single point, where he concluded that the
water height is equal at all time and the tide consequently disappears. However, all
360 degrees surrounding this point of undened tide, all dierent cotidal lines were
found, resulting in rotating tide over time. It appeared that in the North sea, two of
such rotary points of undened tide were found, of which one is shown in Fig. 1.1.
Considering that Whewell's cotidal lines are actually contours of the wavefronts of
the tide over a 12-hour period, what he discovered was the rst example of a phase
singularity.

Phase singularities in optics
Similar eld patterns to Whewell's maps can be observed also in optics where the
electric (or magnetic) eld can exhibit phase singularities. In a scalar description the
11
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electric eld can be described by a wave, according to

E(r) = A(r)ei(θ(r)) ,

(1.1)

with A(r) the amplitude of the wave, and θ(r) the phase of the wave. A phase
singularity, in literature also known as an optical vortex, is a point where θ(r) is
undened [15]. An undened phase occurs at a point r0 where the amplitude of the
associated eld A(r0 ) is identically zero. They are generally identied by looking
for positions where dierent lines of constant phase intersect (or in the example of
Whewell, intersection of dierent timelines of equal tide).
Phase singularities can arise in the complicated eld patterns of interfering waves.
A well-known example of interfering waves is the double-slit experiment, rst discovered by Thomas Young in 1801. He used a plane wave to illuminate two slits, hereby
creating two sources of cylindrical diraction. When considering this experiment in
two dimensions, the amplitude patterns contain light and dark bands of bright and
dim intensity (Fig 1.2a). At the position of the dark bands, the phase jumps along
lines, which are called phase dislocations (Fig 1.2b). The addition of a third slit
causes a more complex interference pattern. In this scenario, light vanishes at points
instead of lines. It is at exactly these positions, that in the phase pattern lines of
equal phases meet at single points [14].
At the position of a phase singularity, the phase is undened. However, close
around the singularity, the entire range of phases of 2π is found. The singularity
hence carries a topological index s,
I
1
dθ.
(1.2)
s=
2π C
The topological index in Eq. 1.2 is dened as the integer number of rotations that
the phase θ undergoes as one traverses a closed path C around the singularity in a
counter-clockwise manner [15]. In the close-up of Fig 1.2d, the top singularity can
be assigned a topological charge of s = −1 as the phase decreases following the loop.
Likewise, the bottom singularity carries a topological charge of s = +1. In Fig 1.2d,
3 positive and 3 negative singularities are marked by red and blue dots respectively.
The rotary behavior of the tides in the North sea at the singularity, indicates
that objects could be rotated around this point. Likewise, optical phase singularities
on the nanoscale could potentially be used for nanoparticle movement. Rotating
particles around chosen locations and controlling the rotation speed and direction via
the topological charge is highly benecial for new applications in biomedicine [35].

Polarization singularities
In addition to phase singularities, another type of singularity occurs in light elds
when its vector nature is taken into account: polarization singularities. Polarization
singularities are, by denition, points where a specic parameter that describes the
polarization of the light eld is degenerate/undened. There are dierent types of
polarization singularities, which depend on what aspect of the polarization is singular,
i.e. the handedness or the orientation of the light [15, 36].
12
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The amplitude and the phase of interfering rays of light through
2 (a and b) and 3 (c and d) slits. A close-up of the phase in b. and d. shows
2 distinct phase singularities using 3 slits. The singularities carry a topological
charge s of ±1, where the positive(negative) singularities are marked by red(blue)
dots. Wave dislocations can be observed for only 2 slits.
Figure 1.2:

Polarization ellipse
Although polarization singularities are actual properties of the total vector eld
consisting of three eld directions, it is possible to consider polarization singularities
within a plane, taking only two components into account [37]. The electric in-plane
eld components can then be described as [12, 38]:

Ey

= Ay cos(τ + θy ), and

Ex

= Ax cos(τ + θx ),

(1.3)

where Ai and θi are the amplitude and the phase, respectively, of the two components
and τ denotes the accumulated phase:

τ = ωt − kr.

(1.4)

13
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Here, ω is the angular frequency, t the time, k the wavevector and r the position in
space. In order to eliminate τ , Eq. 1.3 can be rewritten as:

Ey
Ay
Ex
Ax

=

cos τ cos θy − sin τ sin θy , and

=

cos τ cos θx − sin τ sin θx .

(1.5)

Which can be rearranged as

Ey
Ex
sin θx −
sin θy
Ay
Ax
Ey
Ex
cos θx −
cos θy
Ay
Ax

=

cos τ sin(θx − θy ), and

=

sin τ sin(θx − θy ).

(1.6)

Addition and squaring of the two equations results in an equation of an ellipse:
 2  2
Ey
Ex
Ey Ex
+
−2
cos δ = sin2 δ,
(1.7)
Ay
Ax
Ay Ax
where δ = θx (r) − θy (r) is the phase dierence between Ex and Ey respectively at
position r. In other words, dependent on the phase dierence and the amplitude
ratio of the in-plane elds, the vector of the light, at any point, traces out an ellipse
as described by Eq. 1.7 and illustrated in Fig. 1.3 (left). As can be seen in the
gure, the shape of the polarization ellipse can be described by two angular variables:
the ratio between the short and long axis, u/v , which is a measure of the ellipticity
ε, and the orientation angle of the ellipse, denoted by α. By applying a coordinate
transformation from xy to uv , the equations for ε and α can be derived [12], resulting
in:

ε (r)
α (r)


tan sin−1 [sin (2ψ (r)) sin (δ (r))] /2 , and
 −1
=
tan [tan (2ψ (r)) cos (δ (r))] /2 ,
=

(1.8)
(1.9)

where, ψ(r) = tan−1 [Ax (r)/Ay (r)]. Although many combinations of the ellipticity
and orientation angle are possible, a few special cases are easily distinguishable, such
as when the polarization becomes linear or circular. These special cases will be further
discussed in section 1.2.

Poincaré sphere
An alternative way to fully describe all possible polarization states of light elds
is the Poincaré sphere [12]. To understand how the dierent polarization states
are represented, we can imagine the Poincaré sphere as a globe (Fig. 1.4). Here,
the spherical coordinates are related to the previously described parameters of the
14
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Polarization singularities of in-plane electric eld components Ex
and Ey . At each position in space the electric in-plane components Ex and Ey
are described by a polarization ellipse (left). Here, the ellipticity ε is a measure
for the shape of the ellipse, and dened as the ratio between the short axis u
over the long axis v of the ellipse. When the polarization becomes linear, the
handedness of the ellipse becomes undened, which happens at ε = 0 (middle).
The orientation angle α can have any value for linear polarization. For circular
polarization, on the other hand, α is undened (right). The ellipticity is then -1
or 1, where the sign corresponds to right- or left-handed polarization respectively.

Figure 1.3:

polarization ellipse. More specically, the azimuthal angle is proportional to the
orientation angle (exactly 2α), and the polar angle is related to the ellipticity ε
(exactly 2χ = 2arctan(ε)). All along the equator (χ = 0) we nd linearly polarized
light where the ellipticity is 0. The North and the South pole represent left- and
right-circularly polarized light (ε = +1 and −1), respectively. In fact, any point
on the entire Northern Hemisphere in our coordinate system represents left-handed
polarized light (χ is larger than 0, blue half of the globe in Fig. 1.4), and the Southern
Hemisphere right-handed polarized light (χ is smaller than 0, red half of the globe
in Fig. 1.4). The poles are connected by lines, meridians, along which the ellipticity
varies, given by the value of 2χ, while the ellipse orientation remains constant. In
addition to meridians, we nd latitudes, parallel to the equator. Along those, the
ellipticity is constant, but the orientation angle 2α ranges from 0 to π .
In the Poincaré sphere of Fig. 1.4, a chosen polarization state is illustrated with a
blue dot on the sphere. The value for 2α can be obtained from the azimuthal angle
(horizontal black arrow) with the Cartesian S1-axis and the value for 2χ is given by the
polar angle from the equator (vertical orange angle). Additionally, the total in-plane
intensity of the light is given by I, the square of the eld amplitude, and determines
the diameter of the sphere. Note that due to the unconventional way of drawing the
polarization ellipse with Ey on the x-axis and Ex on the y-axis, a switch in left-and
right-handed light is explained between the Northern and Southern Hemisphere.
By switching from spherical coordinates to Cartesian coordinates it becomes clear
15
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The polarization described by the Poincaré sphere using the
parameters from the polarization ellipse, ε and α. In Cartesian coordinates,
x, y and z are given by the Stokes parameters, S1, S2, and S3 (Eq.1.10). The
North and South pole are marked by silver dots, the equator is the dark blue
horizontal circle in the middle of the globe and the other latitudes are shown in
light blue circles. The equator separates the northern and southern Hemisphere
for right- and left-handed polarized light. Two meridians are drawn (vertical
yellow circles) along which epsilon varies from -1 (South pole) to 0 (equator) to
1 (North pole), where each meridian represents a single value for α, which is
constant all along the meridian. A typical polarization state is illustrated (blue
dot), with a certain value for α, ε and intensity I.
Figure 1.4:

that any point on the the Poincaré sphere has Cartesian coordinates given exactly by
the Stokes parameters. In terms of the spherical parameters 2χ and 2α, the Stokes
parameters are given by:

S0

= I,

S1

= I cos 2χ cos 2α,

S2

= I cos 2χ sin 2α,

S3

= I sin 2χ,

(1.10)

where S1 , S2 and S3 represent the Cartesian x, y and z axes and S0 represents a
normalization parameter related to the total energy in the system.
To complete the picture and connect the Poincaré sphere with the polarization
ellipse, it is also possible to describe the Stokes parameters in terms of the original

16
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in-plane elds Ex and Ey , according to:

S0

= A2y + A2x ,

S1

= A2y − A2x ,

S2

=

2Ay Ax cos δ,

S3

=

2Ay Ax sin δ.

(1.11)

C-points and L-lines
Polarization singularities are found at positions where either the handedness or the
orientation of the polarization ellipse is undened [15, 36]. The ellipticity of the
polarization ellipse, ε (Eq. 1.8), ranges from −1 to +1. The sign of ε corresponds to
right- and left-circularly polarized light, respectively. When ε = 0, the polarization
of light is linear and the handedness is undetermined, which denes one class of
polarization singularities, called L-singularities. For those singularities, the in-plane
eld vector can still have all orientations, but the phase dierence δ = mπ with m an
integer value. As L-singularities in two-dimensional eld patterns occur along lines,
they are referred to as L-lines.
The orientation of the long axis of the polarization ellipse, α (Eq. 1.9), is measured
from the y -axis towards the x-axis, and it ranges from −π/2 to π/2. When the
orientation of the polarization ellipse α is undened, we nd the second type of
singularities, known as a C-point as in two-dimensional eld patterns they occur in
points. This type of singularity necessarily occurs at positions where the polarization
is circular, and the ellipticity ε = ±1. Local circular polarization occurs when two
conditions are met: the amplitudes Ex = Ey and the phase dierence δ = ±π/2.
Analogous to phase singularities, C-points carry a topological charge s, which is
dened as
I
1
dα.
(1.12)
s=
2π C
The topological charge of a C-point is dened as the number of rotations that the
orientation angle α undergoes as one traverses a closed path C around the C-point
in a counter-clockwise manner [15]. Because the polarization eld is continuous
everywhere on the path, the ellipse must return to its original orientation in one
full circuit; however, the ellipse orientation is symmetric under 180 degree rotations,
giving rise to non-integer indices. Specically, C-points carry a charge in multiples of
1/2.
At the nanoscale, the propagation of light waves diers drastically from the paraxial optics approach and plane wave propagation, and often strong gradients of the
light eld can be found on a spatial scale of less than a free space wavelength. Vector
elds near nanostructures can contain all three components of the electric eld. In
such elds, it is possible to nd local positions or areas where the handedness or the
orientation of the light becomes undened.
Recent developments have shown that polarization singularities in nanophotonic
structures can be used to direct the emission of quantum dots. In these studies,
17
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entire areas close to C points exhibit left or right handedness that could in turn be
used to to control the directionality of emission of quantum dots described by left or
right circular dipoles, according to the handedness of the dipole [22, 23]. Moreover,
polarization singularities can be used to provide active control over quantum dot
properties towards possible photon-spin entanglement [39].

1.3 Nonlinear optics
When light propagates through a medium, the applied electric eld E polarizes the
electrons in the medium within the dipole approximation by inducing a harmonic
motion of the electrons. When the motion of the electrons in response to the applied
electric force becomes anharmonic (for example, due to high electric elds), then
this anharmonic regime can give rise to nonlinear optical eects [40]. The nonlinear
response of the medium expands the linear relation between the polarization of a
material and the electric eld with a Taylor series of anharmonic terms. More
specically, the polarization of a material P (ω), given in dipole moment per unit
volume, is related to the applied electric eld E(ω), following
h
P (ω) = 0 χ(1) E(ω) + χ(2) (ω, ω1 , ω2 )E(ω1 )E(ω2 )
i
+χ(3) (ω, ω1 , ω2 , ω3 )E(ω1 )E(ω2 )E(ω3 ) + ... .
(1.13)
where 0 is the vacuum permittivity. For simplicity a scalar description is used in
Eq.1.13. In this equation, χ(m) is the susceptibility of the order m of a material; a
measure of how easily a material's electrons polarize in response to the electric eld.
In linear optics, a medium is merely characterized by a linear relation between the
polarization and the electric eld through P = 0 χ(1) E . This rst term in equation
1.13, describing the linear behavior, is provided by the rst order susceptibility, χ(1) .
In general, when nonlinear terms can be neglected, the linear susceptibility χ(1) , is
also used to provide the refractive index n and the permittivity  by χ(1) + 1 = n2 =
/0 · µ/µ0 , and hence determines many properties of the medium, such as refraction
and absorption. Nonlinear responses, based on higher order susceptibilities, can give
rise to a host of interesting optical phenomena, such as wave-mixing eects which, in
turn, lead to frequency conversion.

1.3.1 Second-order nonlinearities
Second-order responses, which arise from χ(2) nonlinearities, are the lowest order of
nonlinear responses. For second-order eects, the polarization equation is determined
by the second-order susceptibility. A well known second-order response, which was
also the rst nonlinear process to be demonstrated in optics, is second-harmonic
generation (SHG) which can be described by
2

P (2ω) = 0 χ(2) E(ω) .
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Its discovery dates back to 1961 by Peter Franken [41], shortly after the construction
of the rst laser by Theodore H. Maiman [42]. In this process, the frequency ω of
a monochromatic wave is converted by frequency-doubling to its second harmonic at
2ω , illustrated in Fig. 1.5, initially observed by shining the output of a ruby laser into
a quartz sample.
Another nonlinear process, caused by the second-order susceptibility, is spontaneous parametric downconversion. Here, light traveling through a nonlinear material
with a frequency of ω1 , is split into a pair of beams with frequencies ω2 and ω3 ,
whereby the law of energy-conservation is maintained via ω1 = ω2 + ω3 . Multiple
solutions for energy-conservation are possible (see Fig. 1.5), forming entangled wavepairs [43] with coupled directions and frequencies ω2 and ω3 .
As Eq. 1.14 shows, the polarization for second-harmonic generation depends
quadratically on the applied electric eld. This has immediate consequences for the
potential of this nonlinear eect to occur in a specic medium. Certain materials
have an atomic composition which contain inversion symmetry about the center:
they are centrosymmetric. As all properties of the material are symmetric, when
E → −E , so should P → −P , leading to an additional equation for the polarization

−P (2) = 0 χ(2) (−E)2 = 0 χ(2) (E)2 .

(1.15)

Both equations, Eq. 1.14 and Eq. 1.15, can only occur, when χ(2) = 0, and consequently no second-harmonic generation could occur, within the dipole approximation.
However, when the centrosymmetry is broken, for instance by the material itself (i.e. a
non-centrosymmetric material), second-order processes are no longer forbidden. Note
also, that in the bulk of centrosymmetric media, second-harmonic generation can
occur when quadrupolar interactions are considered.

Energy level diagrams of three nonlinear processes. Left, secondharmonic generation (SHG), the frequency-doubling of light with a frequency of
ω to 2ω . Middle, spontaneous parametric down conversion (SPDC), where light
with a frequency of ω1 splits into light of ω2 and ω3 . Right, third-harmonic
generation (THG), where the incident frequency ω is tripled to 3ω .
Figure 1.5:
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1.3.2 Third-order nonlinearities
In centrosymmetric materials, the lowest order nonlinear contribution arises from the
third-order nonlinear polarization. Third-order nonlinearities also give rise to new
frequencies, where sums and dierences of triplets of frequencies are converted. The
most basic process, where a monochromatic wave of frequency ω creates a response at
a frequency of 3ω , is called third-harmonic generation (see Fig. 1.5). Third-harmonic
generation has a cubic dependence on the incident electric eld, following:

P (3ω) = 0 χ(3) E(ω)3 .

(1.16)

Many other higher-order nonlinear responses exist, but their discussion is beyond the
scope of this thesis.
Nonlinear optics at the nanoscale has recently generated enormous interest as a
route towards fully integrated nanophotonic devices, which requires active manipulation and control of nanoscale optical signals. Due to the small lengthscales of
nanostructures, nonlinear signals are inherently weak as long co-propagation of the
elds to generate nonlinear gain is precluded. One way to increase the eciency
of nonlinear processes, is to exploit plasmonic nanostructures, which are known to
strongly conne light elds with concomitant high eld enhancements.

1.4 Surface plasmon polaritons
1.4.1 Wood's anomalies
The fundamentals of plasmonics, as studied today, nds its origin more than one
century ago. When studying the spectral patterns of an incandescent lamp reected
from a metallic grating in 1902, Robert W. Wood made a peculiar observation [44].
When illuminating the periodic grating with p-polarized (TM) light under an angle
θ relative to the metallic surface, Wood observed narrow dark bands in the reection
spectra (schematically illustrated in Fig. 1.6). At this stage, an explanation for this
phenomenon, called Wood's anomaly, was not found, and it was for long considered
a strong disadvantage of gratings.
It was not until the late '50s that the next step in understanding Wood's anomaly
was taken by several researchers. An important progression was the theory proposed
by David Pines, who related the energy losses experienced by beams passing through
metals to collective oscillations of the free electron in the metal, and hence named the
energy quantization of these oscillations `plasmons' [45]. The actual existence of bulk
plasmons was proven shortly after by Steinmann [46]. In 1957 Rufus Ritchie then
predicted the existence of self-sustained collective oscillations at metal surfaces [47].
Two years later, this was experimentally detected in a series of electron energy-loss
experiments by Powell [48]. These experiments rstly explained the combination
of matter excitation and electromagnetic waves in what is nowadays known under
the name surface plasmon polariton (SPP). In hindsight we now realize that Wood
was the rst to discover the surface plasmon polariton, as light in a narrow spectral
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Schematic illustration of Wood's anomaly. A beam of white light
illuminates a periodic metallic grating. Dependent on the angle of illumination
with respect to the grating, a narrow spectral region is missing in the diraction
pattern. The light missing in the diraction is coupled to a propagating surface
plasmon polariton mode.
Figure 1.6:

region in his white-light source that got `caught' onto the grating surface. Since the
rst observation of Wood's anomalies over a century ago, the eld of plasmonics has
transformed into a major research topic in nanophotonics.

1.4.2 Surface plasmon polaritons
Since rstly observed by R. Woods, our ability to couple light elds into surface
plasmon polaritons and to control or engineer their properties has largely increased our
knowledge of these waves. Surface plasmon polaritons are surface waves propagating
at the boundary between a metal and a dielectric, meaning that the electromagnetic
elds exponentially decay away from the boundary [25]. A schematic illustration of
the electric eld lines of the SPP wave is shown in Fig 1.7a. In this illustration,
the interface is normal to the z-axis and the propagation direction is taken along
the x-axis. SPPs are transverse-magnetic waves, with a magnetic eld component
Hy transverse to the propagation direction. The electric eld predominantly points
out-of-the-plain (z) and decays exponentially away from the interface into the metal
and the dielectric, as shown in the inset to Fig 1.7a to illustrate the decaying trend
general to all eld components. SPPs also contain an in-plane electric vector along
the propagation direction Ex . While the out-of-plain eld is always larger than the inplane eld, the exact ratio of the eld amplitudes is dependent on the light frequency
and material parameters. For SPPs at a metal-dielectric interface [49] and for a given
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light frequency ω , the wavevector k of SPPs propagating in the x-direction is related
to the wavevector of the incident light k0 as:
r
d m
kx = kx0 + ikx00 = k0
,
(1.17)
d + m
in which k0 = ω/c, with c the speed of light in vacuum and the dielectric constants
of the dielectric and the metal are given by d and m , respectively. The out-ofplane wavevector of the SPP can be calculated from requiring the conservation of
momentum and is found to be:
r
d
.
(1.18)
kz = kz0 + ikz00 = k0
d + m
The dispersion relations of propagating SPPs on a gold-air and a gold-glass interface, resulting from Eq. 1.17, are shown in Fig 1.7b in solid black and aquamarine
curves. Real frequencies ω are used to calculate complex wavevectors and the optical
properties of gold were taken from literature [50]. The refractive indices for glass and
air were taken to be n=1 and n=1.5 respectively. In this graph, the curves represent
the real part of the wavevector kx0 . Additionally, the light lines are shown for free-space
light traveling through air (dashed black line) and through glass (dashed aquamarine
0
line), which relate the frequency and the wavevector through ω = ck
nd , where k0 =
2π/λ and nd the refractive index of the dielectric. What can be observed in this
graph, for both dispersion curves, is that for small frequencies, the dispersion curve
lies close to the light line and the SPPs therefore behave photon-like. As the frequency
increases, the dispersion curve bends away from the light line, indicating that the
SPPs have a higher wavevector than light propagating at the same frequencies. The
higher wavevectors result in shorter SPP wavelengths and in a faster decay of the
electromagnetic elds away from metal-dielectric boundary. For ideal metals, i.e.
without Ohmic losses described by the Drude model the SPP wavevector will tend
to increase indenitely while the frequency approaches the SPP frequency (ωSP P ).
For the real metal here shown, gold, the wavevector increases for frequencies up to
3.5 · 1015 rad/s, because the imaginary part of the dielectric function of gold above
this threshold becomes comparable to the real component and the curve bends back
at the ωSP P .
The propagation length `p of SPPs, the length over which the SPP intensity decays
by a factor of 1 over e, is related to the imaginary part of the plasmonic wavevector
function in Eq. 1.17, following:
1
`p = 00 .
(1.19)
2kx
The propagation length decreases with the increasing wavevector of SPPs. This can
be intuitively understood by realizing that, as the SPP wavevector increases, more
and more of the electromagnetic eld resides inside the metal where it is aected by
resistive damping. While the strongest eld connements of SPPs are achievable at
high frequencies (visible frequencies), the largest propagation lengths are found at low
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(a) Illustration of the propagation of SPPs on a metal-dielectric
interface. The electric eld orientations are depicted with black lines and
arrows. Areas of positive and negative charges are marked by + and - signs
near the metal-dielectric interface. The inset shows the decay of the electric
amplitude normal to the metal surface, which peaks at the interfaces and decays
exponentially into the dielectric and into the metal. (b) The dispersion relation
for SPPs are shown in solid lines on an Au-air (black curve) and on an Auglass (aquamarine curve) interface. The light lines for air and glass are depicted
in dashed black and aquamarine lines respectively. The momentum mismatch
between the light line and the SPPs are given at chosen frequencies for Au-air
SPPs and Au-glass SPPs by black and aquamarine arrows.
Figure 1.7:

frequencies (near-IR and IR frequencies). This fact immediately highlights one of the
main challenges in plasmonics, which is to nd the best compromise between a high
eld connement and a long propagation length.
The momentum mismatch, in Fig 1.7b indicated by the horizontal black and
aquamarine arrows, precludes direct excitation of SPPs with free-space light. To
couple to the SPP mode, the momentum mismatch has to be bridged. One possible
technique is the use of a grating coupler, with a period Λ. For illumination of a
grating with incident light with a wavevector k0 under an angle θ the grating assisted
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phasematching to an SPP wave with wavevector kx0 can be written as

kx0 = k0 sin θ + mG.

(1.20)

Here, G = 2π
Λ represents the wavevector of the grating, of which multiples (m integer) can be added or subtracted from the incident parallel wavevector to match
it to the SPP wavevector at the same frequency. This relation describes Wood's
observation of missing light frequencies in the diracted spectra from a grating. In
fact, Wood discovered the grating-assisted excitation of SPPs: Eq. 1.20 explains the
phasematching condition when light in a narrow spectral region in the reection
pattern disappears because it has been coupled to SPPs. Dependent on the angle
θ of the white illumination source with respect to the grating, light with a dierent
frequency is phasematched and excites SPPs at the interface.
So far, the properties of planar SPPs, propagating in the x-direction, were described for the ideal case of an innite plane wave illumination. In the scope of
this thesis it is important to mention that in the experiments we have illuminated a
grating-coupler with an incident Gaussian light source. As a result the excited SPP
beam has a Gaussian transverse cross section (across y). Unlike SPPs with a planar
wavefront and a clear direction of propagation, Gaussian SPPs eectively contain
a (small) distribution of angles around the central direction of propagation which
gives rise to transverse electric elds. The electric elds of a Gaussian SPP beam,
propagating over a metal surface in the x-direction, result from the Fourier sum of
plane waves [51], and are given by:

Ein
x (x, y, z)
Ein
y (x, y, z)
Ein
z (x, y, z)

2
2
ωspp iωspp z X
e
κx e−(σ /2)κy ei(κx x+κy y) ,
k0 κspp
κy ,κx
2
2
ωspp iωspp z X
e
κy e−(σ /2)κy ei(κx x+κy y) ,
= −C
k0 κspp
κy ,κx
κspp iωspp z X −(σ2 /2)κ2y i(κx x+κy y)
= C
e
e
e
,
k0
κy ,κx

= −C

(1.21)

where it is sucient to q
limit the summation as ky ∈ [−k0 , k0 ]. Further, in Eq.1.21
p
√
( + 1)/ = kx2 + ky2 and wspp = −k0  + 1 are the in-plane and out-

κspp = k0

of-plane components of the SPP wavevector, where k0 = 2π/λ is the free-space
wavevector at a given frequency λ and  is the dielectric constant of gold. The
amplitude is given by C and the width of the Gaussian is determined by σ .

1.4.3 SPPs scattering from subwavelength holes
Arguably, one of the simplest plasmonic structures which can perturb an electromagnetic wave, is a single subwavelength hole in an optically thick gold layer. The
perturbation of the electromagnetic elds near the hole results from the interaction
of the incident elds with the free electrons in the metal boundary of the hole, which
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can to rst order be described as induced dipoles. Dependent on the polarization of
the incident elds, a set of electric and magnetic dipoles are created, which determine
the patterns of the scattered SPP waves.
The dipoles that are created at the hole positions are excited by the incident light,
according to

p
m

= αE Ein ,
= α Hin ,
H

(1.22)

where αE(H) is the electric (magnetic) polarizabilty of the hole, which can be measured
or calculated [52].
In this dipole approximation, the equation of the scattered SPP wave can be
written as [51]

2πieiwspp z h 2
(1)
k0 κspp H1 (κspp r0 ) (sin ϕmx − cos ϕmy )
−√
1 + (1 − )

i
κspp
(1)
−ik0 κ2spp H0 (κspp r0 ) pz r̂ −
ẑ .
(1.23)
wspp
q
(1)
2
2
0
Here, Hm are the Hankel functions, r = (x − x0 ) + (y − y0 ) correspond to the
displacement from the hole position r0 = (x0 , y0 ), and r̂ = (cos ϕx̂, sin ϕŷ), and ϕ is
the angle from x̂ towards ŷ. The in-plane electric dipoles are masked by the in-plane
magnetic dipoles, hence their contribution can be neglected and their components are
not included in Eq. 1.23.
In the context of this thesis we induce dipoles in a subwavelength hole with various
incident electromagnetic elds. One method is to rst excite a Gaussian SPP wave
using a grating with a period Λ. The Gaussian SPP wave, Ein , propagates in the
direction of a subwavelength hole. The electric and magnetic elds of the incident
SPP wave induce specic dipoles with orientations related to electric and magnetic
elds of the SPP wave. The dipoles act as the source of the scattered eld, Es .
As sketched in Fig. 1.8a, the total eld in the region surrounding the hole is the
superposition of the incident and scattered eld as ET = Ein +Es . For the frequencies
used in this thesis, the dominant incident eld components of Ein are Hy and Ez .
As a result two dipole orientations dominate the plasmonic response of the hole in
this scenario: the in-plane magnetic dipole my and the out-of-plane electric dipole
pz . The term related to the magnetic dipole mx in Eq. 1.23 will not contribute
signicantly to the scattered eld in this excitation scheme. Therefore, the dipoles
in
are simply pz = αE in
z (r0 ) and my = αH Hy (r0 ), where the polarizability αE(H) that
determines the response of the hole to the incident electric (magnetic) eld has been
calculated [52] and measured [51].
Second, the scattering of SPPs from a subwavelength hole was induced by a weakly
focused light source, normal to the gold surface from the bottom of the substrate on
the hole. This system can be easily extended to a system containing multiple holes.
Es (r)

=
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Scattering of light from single and multiple subwavelength holes in
an optically thick lm of gold. (a) An incident SPP beam E in traveling over a
gold surface towards a hole induces an in-plane magnetic dipole my and an out-ofplane electric dipole pz , causing a scattering pattern E s . (b) and (c) An incident
beam, normal to the gold surface, illuminates 2 holes that are positioned on a
line in the y-direction. Dependent on the polarization of the beam, the magnetic
dipole my (b) or mx (c) is excited, together with the out-of-plane electric dipole
pz .
Figure 1.8:

The orientation of the electric and magnetic eld of the beam will determine which
dipoles are excited. In Fig. 1.8b an illumination beam which is polarized in Ex and
Hy induces an in-plane electric dipole px and a magnetic dipole my . By rotating
the polarization of the incident beam to Ey and Hx , the dipoles that are induced
are the in-plane electric dipole py and magnetic dipole mx (Fig. 1.8c). As mentioned
previously, the in-plane electric dipoles are masked by the in-plane magnetic dipoles,
hence their contributions are neglected in both polarization schemes of Fig. 1.8b and c.
The total electric and magnetic elds arise from the addition of scattered SPP waves,
potentially from multiple radiation sources. Only when light is polarized as shown in
Fig. 1.8c, the SPPs generated at one hole can act as an additional source term for the
neighboring hole(s), as further discussed in appendix D.
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1.4.4 SPPs on nanowires
Another structure that is well studied in literature is the plasmonic nanowire, which
is a desirable structure as it can act as a plasmonic waveguide, a potential information carrier for nanoscale information transport. Plasmonic nanowires can
strongly concentrate electromagnetic elds, whereby the plasmonic wavelength can
shrink over an order of magnitude with respect to the optical wavelength at the
same frequency [53, 54]. For instance, a cylindrical metallic wire embedded in a
homogeneous dielectric material supports guided modes for any radius of the wire.
The modes that are supported by such wires have a radial polarization, and are
known as Sommerfeld modes [55, 56]. Whereas Sommerfeld waves are weakly guided
at THz frequencies, at optical frequencies the equivalent of the Sommerfeld waves
are strongly conned to the metal wire when the radius is limited to only 10's of nm.
These plasmonic modes are guided along the nanowire. Due to the low eld overlap of
the radial elds of the nanowire mode with the elds of a conventional incident light
beam (which typically has no phase and/or polarization structure across the beam),
it is challenging to excite such wires with free-space radiation.
The implementation of an ecient excitation scheme is possible, when using
a subtly dierent plasmonic nanowire structure. For rectangular nanowires on a
dielectric surface, a comparable nanowire mode exists, which is a guided Sommerfeldlike SPP wave. In Fig. 1.9a, a schematic illustration shows the nature of the SPP
wave, supported by a rectangular gold nanowire with nanoscale dimensions on a
glass substrate. A cross section along the length of the wire (depicted in the inset
of Fig. 1.9a) shows that the electric elds and the charge distributions are similar
to those of planar SPP modes, but with two interfaces of a metal and a dielectric
medium (air and glass). In this crosscut, the SPPs have an Ex and Ez component.
Away from the center axis of the nanowire, Ey also becomes non-zero. The result is a
mode with a radial-like transverse eld prole and a longitudinal eld in the direction
of the wire.
In Fig. 1.9b, cross-sections (yz-plane) of the normalized electric eld are shown
from simulations of gold nanowires with a rectangular cross-section and a height of
50 nm for 4 dierent widths and a free-space wavelength of λ = 1550 nm. The
electric elds are normalized by the total energy in the simulation box. Details about
the simulations can be found in section A). For the largest width, elds are multiplied
by 50 to be able to use the same scale bar for the intensity. On waveguides with
nanoscale dimensions (rst 3 images) we nd that the highest elds are found at the
sharp edges of the nanowire. Black arrows in the rst image schematically indicate
the radial-like eld directions of the transverse electric eld. From the cross sections it
also becomes clear that a decrease of the nanowire dimensions results in an increased
connement of the electric elds.
The presence of a substrate has the advantage that the same SPP mode is supported for waveguide widths on the micrometer scale, where the electric eld is
mainly concentrated in the glass substrate. In the fourth image of Fig. 1.9b, the eld
distribution is shown for a 5 µm wide waveguide, where the black arrows schematically
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Figure 1.9:
The guided mode of a rectangular Au waveguide on a glass
substrate. (a) A schematic illustration of the electric eld lines of the guided
mode, the inset shows a cross section along the length and through the center of
the waveguide. The plus and minus symbols illustrate the charge accumulation
in the metal. (b) Cross-cuts of the normalized electric eld intensity from
simulations (Appendix A) for a waveguide of 50, 100, 150 nm and 5 µm wide, all
50 nm high using a free-space wavelength of 1550 nm, shown for cross sections
in the yz-plane. Strong eld connement is observed for smaller nanowire
dimensions. (c) The eective mode indices nef f and propagation lengths `p as a
function of waveguide width. nef f of two modes are presented, where the m=1
mode has a cut-o at 4000 nm as the wire width reduces, and the fundamental
plasmonic mode m=0 is supported by all widths. We therefore refer to the latter
as the nanowire mode. The inset shows a close-up over the plasmonic (high
nef f ) region of the nanowire mode. In both graphs, the dashed area shows the
interpolated region where the mode is leaky.
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indicate the electric eld directions. The eld prole of this mode has a much higher
overlap integral with a typical incident far-eld beam. Thus, excitation of the mode
is readily achieved by, e.g., a grating, followed by the adiabatic conversion of the
waveguide SPPs to that of the nanowire mode by gradually narrowing down the
width of the waveguide along a taper [53, 57].
In Fig. 1.9c the real part of the eective mode index of two nanowire modes are
plotted as a function of the nanowire width. The eective mode index nef f , is related
to the wavevector of the guided mode by nef f = kspp /k0 . We observe that, whereas
the m=1 mode has a cut-o at 4000 nm as the wire width reduces, the fundamental
plasmonic mode m=0 is supported by all widths, we henceforth call the latter the
nanowire mode. The dashed blue line shows the refractive index of the glass surface,
nglass = 1.50. When narrowing the waveguide width, the eective mode index of the
nanowire mode decreases subtly, reaching nef f values lower than the refractive index
of glass, hence leakage into the glass substrate can occur. When leakage happens
under shallow incident angles, the reectivity of the perfectly matched layers at the
boundaries of the simulation box becomes nonzero. As a consequence, modes that
show leakage under shallow angles cannot be reliably simulated and an interpolation
is applied between the nanowire widths of 200-500 nm wide. As we further decrease
the nanowire width from 200 to 0 nm, the nanowire mode gets more conned to the
metal, as seen by an increasing eective mode index in Fig. 1.9c.
The connement comes at a toll. As the elds are more concentrated in the
metal, Ohmnic losses increase, hence decreasing the propagation length of the guided
plasmons. In the inset of Fig 1.5c a close-up of the waveguides with dimensions up to
600 nm is shown, with nef f (black line) and the propagation length `p (aquamarine
line). Furthermore, the sensitivity of the eld connement to the nanowire dimensions
oers adaptable parameters for a exible interplay between loss and eld connement.
In other worlds, it provides a certain degree of control over structured light elds.

1.5 Near-eld microscopy
In section 1.4.2, we explained that the plasmonic wavevector kspp , for guided modes
propagating along the xy interface, is larger than the wavevector of light k0 in vacuum.
Consequently kz is purely imaginary, giving rise to evanescent waves in the out-ofplane direction, z. Evanescent elds decay exponentially, typically within 10-100 nm
away from the surface (section 1.4.2). In the ideal case of perfectly smooth metallic
surfaces, no light is radiated into the far eld, and an intermediate step is necessary to
convert the near-eld to far-eld radiation. Moreover, the rich patterns in the elds
near nanostructures exhibit features much smaller than the free space wavelength. To
image such patterns at the nanoscale, a technique is needed that can measure optical
elds with a suciently high resolution.
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Intensity near-eld microscopy
The rst idea to develop an imaging instrument that could potentially beat the
diraction limit, was proposed by Edward H. Synge in 1928 [58]. In his original vision,
he proposed to illuminate an opaque thin metal sheet containing a sub-wavelength
hole, hereby creating an evanescent eld on the other side of the sheet. By raster
scanning this subwavelength light source at near-eld distances from a sample, the
interaction of the aperture in the sheet with the sample would be mapped, which
would also provide information on the evanescent elds of the sample. This imaging
system appeared to have a number of technical diculties. For instance, due to the
decaying near elds away from the sample's surface, the opaque sheet was required
to be positioned with nanometer precision at a constant height in order to obtain
reproducible near-eld information. Moreover, the subwavelength hole only allowed
for a low intensity throughput. Technology had to undergo serious developments for
several decades before the actual rst near-eld image could be recorded.
The rst optical near-eld microscope was patented by Dieter Pohl [59], and
the concept was based on the scanning of an extremely narrow aperture probe,
rather than an entire sheet. The rst images taken with the aperture indicated a
resolution of λ/20 [60]. Interestingly, Synge already proposed this improved version
of aperture probe near-eld scanning microscopy, but realized that the technical
advances at that time did not yet allow the actual implementation. Today, many
dierent near-eld scanning techniques exist to map the evanescent elds, of which
the traditional aperture (probe) near-eld scanning optical microscopy (a-NSOM)
is just one protable example to study features at the nanoscale. Credits for the
improved implementation of the a-NSOM, which many researchers benet from, also
go to Betzig [61].
In this thesis, near-eld measurements are presented using an aperture probe in
collection mode. The sharp tip is created by heating and pulling an optical ber,
which is then covered with an optically thick layer of aluminum. The end of the tip
is subsequently removed using a focused ion beam to produce an aperture [62]. The
aperture size mainly governs the resolution of the near-eld images. The aperture
picks up evanescently decaying waves, by frustrating a small fraction of the waves
and converting it to far-eld radiation. Due to the rapidly decaying evanescent elds
and the low collection eciency of the tip, the probe has to be brought into close
proximity to the sample (within 10's of nm in height) before it is raster-scanned
across the sample. The near-eld probe is kept at a constant height above the sample
with a shear-force based mechanism [63]. The ideal aperture size is a trade-o between
the collection eciency, which benets from larger apertures, and the resolution, for
which smaller apertures are best. In our experiments the apertures typically have
a diameter of λ/8, where λ is the free-space wavelength used in the experiment.
This allows us to measure elds with a resolution beyond the diraction limit with a
reasonable signal-to-noise.
The mechanism of how even a standard circular aperture probe converts the
evanescent elds to far-eld radiation is far from trivial. Moreover, interaction be-
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Schematic depiction of the conversion of a small fraction of neareld radiation to far-eld radiation using an aperture based near-eld scanning
probe. The evanescent elds in the vicinity of the plasmonic structure induce
dipoles at the apex of the probe. The induced in-plane dipole moments can
couple to the propagating mode of the ber, which can then be detected in the
far eld. In this sketch, the electric dipole in the x direction is shown as an
example. The eld which is detected Lx results from both Ex and Hy elds
near the nanostructure. The same principle holds for y polarized light Ly (not
illustrated), which arises from both Ey and Hx elds in the evanescent elds.
Figure 1.10:

tween the near-eld probe and the sample can inuence the obtained optical signal.
When such interactions are negligible, the electromagnetic near elds are assumed
to interact with the aperture probe by inducing a dipolar charge distribution in
the probe. In this approach, induced out-of-plane dipoles do not contribute to the
detected signal, as their radiation pattern does not couple to the propagating mode
of the ber, attached to the probe. On the other hand, the in-plane dipoles exhibit a
radiation pattern which can couple to the propagating mode in the ber. Recently, it
was found that both the electric and magnetic near elds can induce dipoles, which
contribute to the measured signal [64]. In Fig. 1.10, the in-plane elds Ex and Hy of
a nano object are illustrated to induce the dipoles px and my respectively, which both
contribute to the detected signal associated with the x orientation, Lx . Likewise, the
elds Ey and Hx contribute to the detected signal associated with the y orientation,
by inducing the dipoles py and mx in the probe [65].
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Phase-resolved microscopy near-eld microscopy
Recent developments in near-eld microscopy enabled us to acquire more information than just the near-eld intensities [6669]. By implementing an interferometric
approach, in which a signal collected from the sample is combined with a reference
signal, both the amplitude and the relative phase of the light in the structure can be
mapped (Fig. 1.11). Using a beam splitter, the incident light is separated, where
the signal branch is formed by the light that is coupled to the sample and the
resulting evanescent eld is picked up with an aperture probe. The picked-up light
is subsequently combined with the light in the reference branch and the interference
signal is measured by a photodiode.
We use a heterodyne detection scheme in which the frequency of the reference
branch is shifted by 40 kHz using two acoustic-optical modulators (AOMs). Combining the light in the reference and signal branch produces a beat signal at 40 kHz. This
beat can be exploited to amplify the voltage signal on the photodetector using a lockin amplier, by allowing only signal in a narrow frequency band around the frequency
dierence, thus suppressing noise at frequencies outside the lter bandwidth. The
complex signal L, constructed from the output voltages of the lock-in detector is
related to the amplitude of the electric eld of the reference AR and the signal AS
following:

L ∝ AR AS ei∆φ .

(1.24)

Here, ∆φ = φR − φS is the phase dierence between the reference and signal branch.
From the equation it becomes clear that the amplitude of L is proportional to AR AS ,
rather than (AS )2 , which is the case when the signal from the signal branch alone is
measured on a photodiode. Hence, the heterodyne interferometric approach amplies
the signal by a factor of AR /AS .

Polarization-resolved near-eld microscopy
In our plasmonic structures, the bound SPPs propagate in the xy -plane. In order to study polarization-dependent features, such as optical singularities, we need
to resolve both orthogonal in-plane polarizations. In Fig. 1.11 three polarizationsensitive elements are added to the optical path for polarization-resolved mapping.
Electromagnetic waves that enter an optical ber may experience birefringence, due
to stress applied to the ber (e.g. bending or twisting). Linearly polarized radiation,
picked up by the aperture probe, can therefore become elliptically polarized. To
correct for this phenomenon, a λ/4 wave plate is adjusted such, that the elliptical light
is projected back into linearly polarized light. The second half-wave plate, λ/2(B) ,
then rotates the axis of the light in such a way that the elds associated with the
x-oriented signal Lx , Ex and Hy are collected by detector D2. Conversely, the elds
associated with the y -oriented signal Ly , Ey and Hx are collected by detector D1.
The x- and y-oriented signals are separated by a polarizing beam splitter. In order
to equally distribute the heterodyne gain over detector D1 and D2, another half-wave
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1.11:
Schematic of phase- and polarization-sensitive near-eld
microscopy. An incident light source is split in a beam splitter, separating the
beam into a signal and a reference branch. The signal beam couples to the
sample (in this case from the bottom through a glass substrate). The evanescent
waves are picked up with the aperture probe and subsequently converted into
propagating modes in a single-mode detection ber. The reference branch passes
through two AOMs, where the frequency of light shifts by 40 kHz. The signal
and reference branch are then combined and converted to free-space after which
polarization optics separates the signals into Lx and Ly , detected by detector
D2 and D1 respectively.

Figure

plate λ/2(A) is added to the setup, which balances the intensity of the reference branch
over both detectors.

33

1 Introduction

1.6 Outline of this thesis
This thesis describes experimental and theoretical studies on plasmonic structures
where guided SPPs play a role. We investigate the potential for manipulation of light
at the nanoscale, by controlling light's smallest optical features (singularities), and
through wavelength conversion (harmonics generation).
In chapter 2 we investigate the potential of gold nanowires to act as a waveguide
for nonlinear optical eects. We present the rst observations of second- and thirdharmonics on single plasmonic nanowires, generated at visible wavelengths. We
conrm that the guided near-infrared surface plasmon polaritons act as the source
of the harmonics. Further, we discuss the possible underlying mechanisms of secondharmonic generation, using simulations and spatially resolved measurements.
In chapter 3 we investigate the relation between the electric and magnetic elds
from numerical simulations and the measured signal from a near-eld microscope
above a plasmonic nanowire. We use the optical reciprocity theorem to calculate expected measured signals from the simulated properties of the probe and the nanowire
mode. We nd good agreement between experiment and prediction. Additionally, we
nd that the sensitivity of the near-eld probe to the magnetic and electric eld are
approximately equal.
In chapter 4 we present the results of our search for the simplest plasmonic system
that contains and can be used to control optical singularities. We identify optical
singularities in the electric eld distributions near single subwavelength holes in a
gold lm, through both near-eld measurements and theoretical modeling. We achieve
control (in calculations) over the singularities, by simply tuning the hole diameter and
the width of the incident illumination beam.
In chapter 5 we expand our plasmonic system from chapter 4 to a system containing multiple holes, positioned in series, and theoretically investigate the control
over polarization singularities. We nd that the light elds around 2 subwavelength
holes are enough to create singularities when illuminated under the right conditions
and that their number can be controlled through the distance between the holes. We
nd a quantization in the number of singularities that are created as the distance is
increased. Subsequently, their creation and topological charge are described in detail.
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Chapter 2

Harmonics generation by
surface plasmon polaritons
on single nanowires

In this chapter we present experimental observations of visible wavelength
second- and third-harmonic generation on single plasmonic nanowires of
variable widths. We identify that near-infrared surface plasmon polaritons,
which are guided along the nanowire, act as the source of the harmonics
generation. We discuss the underlying mechanism of this nonlinear
process, using a combination of spatially resolved measurements and
numerical simulations to show that the visible harmonics are generated via
a combination of both local and propagating plasmonic modes. Our results
provide the rst demonstration of nanoscale nonlinear optics with guided,
propagating plasmonic modes on a lithographically dened chip, opening up
new routes towards integrated optical circuits for information processing.

This chapter is based on A. de Hoogh, A. Opheij, M. Wulf, N. Rotenberg and L. Kuipers,
Harmonics generation by surface plasmon polaritons on single nanowires, ACS Phot.3, 1446 (2016).
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2.1 Introduction
Nonlinear optics is of tremendous importance to modern, light-based technology
[40]. Nonlinear optical phenomena, which lead to all-optical control of light elds
or generation of new colors of light, are at the heart of applications, ranging from
laser based techniques [70] and microscopy [71], to optical and quantum information
processing [72]. The recent use of nanophotonics to bring nonlinear optics to the
nanoscale [73, 74] has allowed researchers to migrate these technologies to compact,
integrated optical chips. Moreover, as these devices have shrunk, the concentration
of the light elds has necessarily grown, enhancing the electric elds and boosting
inherently weak nonlinear eects [75, 76].
Plasmonic platforms, known for conning elds to highly subwavelength dimensions, are promising candidates for bringing nonlinear optics to the nanoscale [24,
77]. Research in this area has, to date, mainly focused on the use of localized
surface plasmon resonances, which are found on metallic nanostructures, to enhance
nonlinear eects [7884]. For example, using plasmonic nanoantennas researchers
have demonstrated ecient third-harmonic generation [80]. Likewise, coupled gold
nanoparticles have been used to greatly increase the eciencies of four-wave mixing
[79]. Moreover, harmonic generation has been observed during transmission through
a metallic hole array, where the aspect ratio of the hole controls the generation
eciency [84]. In contrast, little work has been done on nonlinear optics with surface
plasmon polaritons (SPPs), plasmonic modes that propagate, and what has been
demonstrated has been mainly limited to interface SPPs [85, 86], which are conned
in only one dimension, or at the tip of a taper [87, 88]. A study of nonlinear eects
using plasmonic modes of waveguides such as nanowires (NWs), with a well-dened,
uniform guided mode that is conned to a small cross-sectional area, is, to date,
lacking. However, nonlinear processes on such structures could be very benecial as
they can support extremely high bandwidth pulses [77,89], allowing for high-intensity
operation at low powers.
Here, we present the rst experimental observations of a nonlinear optical effect, namely, harmonic generation by guided SPPs on single Au NWs. We use a
combination of spectral and spatial far-eld microscopy to resolve both second- and
third-harmonic generation (SHG and THG), using fundamental femtosecond pulses
at 1550 nm, on NWs with widths ranging from 90 to 550 nm. We identify the guided
fundamental SPPs as the source of the harmonic generation, and discuss the processes
that drive this nonlinear eect.

2.2 Harmonics generation on plasmonic nanowires
To study whether guided SPPs can be used to generate harmonics we use lithographically dened Au NWs on a BK7 substrate, as described in Appendix A. We select
this system, which is shown in Fig. 2.1a, for several reasons. First, these NWs are
known to support SPPs and, importantly, the fundamental plasmonic mode has no

36

2.2 Harmonics generation on plasmonic nanowires

cuto; in fact, as the wire dimensions shrink, the mode is increasingly conned to
the metal, becoming more plasmonic in nature (see Fig. 2.1b) [54]. Second, we can
eciently couple free-space radiation to the NW SPPs, rst using a grating to excite
glass-Au interface SPPs, which are subsequently adiabatically transformed to NW
SPPs with a taper [53, 90]. Finally, these Au NWs can be fabricated in a highly
controlled and reproducible manner using electron-beam lithography, enabling the
development of nanoscale optical circuitry. Despite the centrosymmetric character of
Au, it is reasonable to also expect second-order nonlinearities (the potential for SHG)
when the structural symmetry is broken [9193]. Such symmetry breaking occurs at
the surfaces of the NWs where, conveniently, the plasmonic intensities are highest. At
the same time, the symmetry of the NW geometry, as a whole, is also broken by the
presence of the substrate. For our experiments, to study the eect of wire geometry
on the harmonic generation, we fabricate 50 nm thick wires with widths ranging from
90 to 550 nm.
To achieve the relatively high intensities required for nonlinear optical experiments, we use an 80 MHz repetition rate, 120 fs pulsed Ti:sapphire laser (with an
average illumination power of ≈ 15mW/s, this results in a pulse energy on the order
of ≈ 1.9e−7 J ). This laser light is passed through an optical parametric oscillator,
resulting in pulses with a central frequency of 1550 nm, which we use to illuminate
the grating (Fig. 2.1a). As explained above, the resultant interface SPPs are then
adiabatically converted to guided NW SPPs. A small fraction of the guided light on
the NWs (either the fundamental, or any harmonics) will be scattered o the wire by
residual surface roughness or fabrication imperfections. We collect the light that is
scattered perpendicularly to the sample surface with a 0.65 NA microscope objective
and send it either to a spectrometer or to a CCD camera. In the latter case, we use a
combination of lters to rst spectrally select the frequency ranges of the harmonics
(480 − 520 nm and 750 − 800 nm for the third- and second-harmonics, respectively).
The resulting CCD images have a spatial resolution of 0.54 µm per pixel. We note
that the fundamental cannot be mapped in this way, as, near the beginning of the NW,
the residual signal from the incident laser beam is much brighter than the scattered
fundamental SPPs (see Appendix B). When using the spectrometer, a slit is used
to ensure that we only collect light that originates from the NW. In addition to
the experiments, we also perform nite-element simulations (using the mode solver in
COMSOL Multiphysics) to study the modes of the Au NWs. In these calculations, we
use a refractive index of the BK7 glass substrate of 1.5 and take the complex refractive
index of Au from literature [50]. From these calculations we can extract both the
properties of the plasmonic modes (e.g. their eective mode index or propagation
length), as well as their mode proles. Examples of mode proles, for the beginning
and end of the taper, are presented in Fig. 2.1b. We observe that the gradual
decrease of the NW width from 5 µm down to 150 nm results in electromagnetic eld
enhancements at the metal surface by a factor of approximately 15.
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2.3 Far-eld measurements
Having set out to detect harmonic generation from plasmonic NWs, we were pleasantly
surprised to observe strong green light (as expected for the third harmonic of 1550 nm
light) scattering from our sample while aligning our setup. By imaging the NW
through a slit, we conrm that the source of the scattered, green light is indeed the
NW and not, for example, the hole array.
When imaging our sample with dierent lters, we observe that the spatial maps
of the scattered light (Fig. 2.1c) for the green and red light, which are expected to correspond to third- and second-harmonic generation, respectively, have nearly identical
spatial distributions in the intensity of the SHG and THG along the nanowire. One
noticeable dierence, however, is that the TH signal, whose generation is expected to
scale with the third power of the fundamental intensity, appears to fade more quickly
along the NW than the SH signal, which scales as the second power. In the maps
for a 150 nm wide NW, which we present in Fig. 2.1c, we observe scattering for
over 10 µm along the NW. We observe SH and TH signal scattered along the wire,
with distinguishable bright and dim areas. For a given nanowire, the locations of the
bright and dim points of the SH and TH signal coincide, indicating that scattering of
SH as well as TH seems to occur at the same points along the nanowire. However,
the location of the bright points, and therefore the pattern of SH and TH, diers
from nanowire to nanowire. Even nominally identical wires exhibited seemingly
random and distinct distributions of bright spots. This observation indicates that
the scattering is due to random fabrication roughness. AFM measurements on four
NWs with dierent widths reveal an average root-mean-square value of 5-7 nm. In
scanning electron micrographs of these dierent NWs (an example of which is shown
in the top panel of Fig. 2.1c), we could not identify physical structures that would
correlate with the observed optical patterns. Please note that as neither AFM nor
SEM was able to identify clear scattering centers, they are either small, hard to
identify in a trivial manner from geometry or even located at the glass-Au interface
close enough to the sides of the nanowire that a signal in the collection direction could
be generated. Furthermore, we envision that fabrication imperfections might even lie
inside the NWs, due to the deposition process.
Next, we veried the plasmonic source of our visible signals by rotating the polarization of the incident light. We expect that visible light will only be detected when
the sample is illuminated by p-polarized light (the only polarization that launches
SPPs(ω ) on the NW), and not with s-polarization, even when, in the latter case,
signicantly higher input powers are used. In Fig. 2.1d, we show an example of the
distributions of red light along the NW for the two polarizations. Indeed, as expected,
this signal is only visible when SPPs are launched, conrming that the source of
the visible light is plasmonic. Similar results (not shown) were obtained with the
green light. Finally, we observe that the distinct scattering pattern of a NW can
be irreversibly altered by exceeding a certain illumination power, which permanently
damages the structure. It is found that this damage threshold can vary by over an
order of magnitude for dierent structures. Illumination powers of around 60 mW
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Harmonics generation on single Au nanowires on a glass substrate.
(a) Schematic representation of the experiments. A hole array is illuminated
from the Au-glass interface with p-polarized fs pulsed laser light, with a central
wavelength λ = 1550 nm. The interface SPPs, which propagate in the
x direction, are adiabatically converted to NW SPPs by gradually reducing the
width of the waveguide [25]. Visible light that scatters from the wire is collected
on the Au-air side. (b) Normalized electric-eld distributions obtained from FEM
simulations of the fundamental SPP mode for a cross section of the nanowire with
a thickness t = 50 nm and a width w = 5 µm (left) and w = 150 nm (right). (c)
Examples of scattered visible light maps at 480−520 nm (top) and 750−800 nm
(bottom), measured with a CCD camera. The scale bars represent spectrometer
counts (Cts) per 5 minutes. The red overlay shows the end of the taper and
the wire to guide the eye. Top blue box: a typical electron micrograph of an
Au NW (w = 150 nm). (d) SHG signal in spectrometer counts per minute,
as a function of position for both p-and s-polarized excitations, shown with red
and blue symbols, respectively. Although the excitation power of the s-polarized
light is 3.75 times larger than that of the p-polarized light, SHG is only observed
for the latter.
Figure 2.1:

39

2 Harmonics generation by surface plasmon polaritons on single nanowires

showed severe melting of 4 out of 5 structures on their hole arrays, in addition the
taper separated irreversibly from the nanowire. Furthermore, we have observed a less
severe degree of damage when using lower illumination powers. Here, the images of
SHG and THG on the nanowire changed gradually over time. Sometimes, a steady
state was reached after a certain exposure time and the intensity pattern along the
nanowire remained unaltered afterwards. These nanowires looked visibly unaltered
in the SEM, and we expect the changes to be in small roughness features that got
`annealed'. The general trend that we discovered was that illumination powers of
up to 20 mW could be considered `safe' for most nanowires. The results presented
throughout this work are limited to those measurements where no signs of damage
were observed on the structures during and after measurements.
We verify the nature of the strong visible signal that we observe to ensure that
it is indeed caused by harmonic generation. A typical far-eld spectrum of the
scattered light, shown in Fig. 2.2a, contains two clear peaks at 775 and 517 nm,
nicely corresponding to the expected wavelength of SHG and THG respectively, for
a fundamental wavelength of 1550 nm. Moreover, the small spectral width of the
peaks is indicative of nonlinear harmonic generation and not luminescence that, for
gold, also results in the emission of visible light but with a much broader spectral
signature [94].
To ensure that the scattered light results from SHG and THG we measure its
intensity as a function of the incident laser power. The results of this power study are
plotted in the inset to Fig. 2.2a on a double-log graph. The nonlinear SHG (THG) is
supposed to scale with the second (third) power of the incident light [40]. Indeed, from
a t to the data in Fig. 2.2a, we nd that the slopes of yield of the SHG (red circles)
and THG (green circles) are 1.9 ± 0.1 and 3.0 ± 0.1, respectively. Furthermore, we
have also varied the wavelength of the incident beam and conrmed that the secondand third-harmonic wavelengths are always found at 1/2 and 1/3 of the fundamental
(Fig. 2.2b). Altogether, these results conrm that second- and third harmonics are
generated by SPPs on the Au NW.
Since we know the source of the harmonics to be the fundamental SPPs, what
remains to be determined is the physical process by which these harmonics, which
we detect, are generated. One plausible cause for the observation of harmonics on
the nanowire could be that harmonics are merely generated at the apex, where the
plasmonic intensity is the strongest. In principle, the newly generated SPPs at 2ω and
3ω themselves could then propagate along the nanowire, without any further need
for a source. In this case, the harmonic SPP signals in our experiment at 2ω(3ω)
would then exhibit a decay length `d,2ω(3ω) approximately equal to the propagation
length `p,2ω(3ω) of the plasmonic modes at 2ω(3ω) as derived from simulations. From
the simulations we know that the propagation lengths for SPPs propagating along a
nanowire of 150 nm wide, are `p,ω = 11.6 µm, `p,2ω = 2.6 µm and `p,3ω = 37.3 nm for
the fundamental, second and third harmonic respectively. The fact that `p,3ω  `p,2ω
is mainly due to the spectral distance of each respective harmonic to the d-band
transition of gold. We nd detectable signal for both SHG and THG for all nanowires,
many micrometers along the propagation direction, of which an example is presented
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Figure 2.2: Harmonics generation on a 150 nm wide Au NW. (a) A typical
far-eld spectrum exhibits peaks at 775 nm (SHG) and 517 nm (THG), for a
fundamental wavelength of 1550 nm and 20 mW incident power at 3 µm from
the beginning of the wire. The inset shows the yield (in counts per 5 minutes)
for the SHG (red circles) and THG (green circles) signal as a function of incident
laser power. Spectra were collected 1 µm from the beginning of the wire. The
solid lines are power ts, resulting in slopes of 1.9 ± 0.1 and 3.0 ± 0.1 for the SHG
and the THG data, respectively. (b) A wavelength study shows that the SHG
(THG) wavelength shifts as a function of the fundamental incident wavelength
in red (green) circles. The red (green) solid lines are linear trends with a slope
of 1/2(1/3) of the fundamental wavelength over the range 1520 to 1590 nm.
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in Fig. 2.1c for a 150 nm wide nanowire. In order to collect harmonic signal of
the magnitude observed in the experiment, even 10 µm away from the apex, the
decay length `d,2ω(3ω) has to greatly exceed `p,2ω(3ω) . Hence, the second and third
harmonics must have a constant source of generation along the nanowire, and the
harmonics cannot be merely generated at the apex.
There are three distinct processes left that can lead to free-space harmonics on our
sample, which we sketch in Fig. 2.3a. Firstly, harmonics can be eciently generated
at local eld hotspots, caused by imperfections in our sample (process I ), resulting
in 2ω photons radiating away from the sample. In this case, we would expect the SH
point spread function to be sharply peaked at the position of the imperfections since
this process relies on a local plasmon resonance (LPR).
The other two processes by which harmonics can be generated on the NW, which
are denoted processes II and III in Fig. 2.3a, rely on propagating SPP modes and
not LPRs. In process II , SHG converts the fundamental SPP to a 2ω SPP that
also propagates on the NW. Due to surface roughness, this 2ω SPP is scattered
into free-space photons that we can detect. Process III , meanwhile, is the direct
conversion of fundamental SPPs into 2ω photons. Because both of these processes rely
on propagating waves as sources, we expect that the detected SH will vary smoothly
as a function of position on the NW, with the details of this spatial dependence being
determined by the NW geometry. More specically, we can expect the intensity of
the generated second harmonics by process II and III to decay exponentially. The
intensity of the fundamental SPPs decays exponentially along the wire, x, via Iω (x) =
I0 e−x/`p,ω , with `p,ω the propagation length of SPPs(ω ). Because the intensity of the
second and third harmonic depends on the intensity of the fundamental quadratically,
I2ω ∝ Iω2 , and cubically, I3ω ∝ Iω3 , we expect for processes II and III that the
`p,ω
position dependence of the second harmonic is described by I2ω (x) = I0 e−x/ 2 and
`p,ω
I3ω (x) = I0 e−x/ 3 . In other words, when guided fundamental plasmons act as the
source of second and third harmonics, their decay lengths should be 1/2 and 1/3 the
`
`p,ω
propagation length of the fundamental, following `d,2ω = p,ω
2 and `d,3ω = 3 .
To conrm that the fundamental SPPs act as the source of the harmonics, we
derive their decay length `d,2ω from the decay of the second-harmonic intensity along
the nanowire, which should follow I2ω (x) ∝ e−x/`d,2ω . Hence, we look for the spatial
signature of the harmonic generation processes at low powers where the SH signal is
greater than the TH signal (see inset to Fig. 2.2a), to avoid damaging the NWs. At
these low powers, the TH signal from the NW is comparable to that from the glass
interface [31], and consequently we henceforth restrict ourselves to studies of the SH.
An example of the spatial intensity maps of the SH, here for four dierent 90 ± 10 nm
wide NWs, is shown in Fig. 2.3b. Such maps are obtained by integrating the yield
maps (e.g. Fig. 2.1c) along the NW width (over 6 pixels along y ≈ 3 µm), for dierent
x positions along the NW. In this gure, x = 0 µm (marked by the dashed line) is the
beginning of the NW. Before the NW (x is smaller than 0 µm), as the taper width
decreases (sketch above Fig. 2.3b), we observe that the SHG yield gradually increases
to a maximum value near x = 0 µm. This increase shows that the plasmonic mode on
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2.3:
The spatial evolution of the second-harmonic generation on
plasmonic nanowires. (a) Schematic depiction of three processes that can occur
on the NWs, which result in 2ω photons radiating towards our detector. Process
I is the local plasmon resonance (LPR) enhanced harmonic generation from
defects in the sample. Process II is plasmonic second-harmonic generation,
while in process III fundamental SPPs are directly converted into 2ω photons.
Process III results in a coherent beam under a specic angle θ if phase-matching
conditions (inset) are fullled. (b) Measured SH yield from four nominally
identical 90 nm wide NWs (oset vertically for clarity). The NW begins at
x = 0 µm, as shown in the sketch above the gure and indicated by the dashed
gray line. In each curve, we observe peaks, which are indicative of HG via process
I , and exponential decay, which is indicative of processes II and III . Fits, and
the resultant decay length, `d , constants for the latter regions are shown for each
curve. (c) Extracted `d of 2ω as a function of NW width (empty red circles). Also
shown are the calculated `p,2ω and `p,ω /2 for 2ω and ω SPPs, in red and black
curves, respectively. We have included near-eld measurements of the decay of
the fundamental SPPs (black crosses). Note, however, that we plot `p,ω /2 rather
than `p,ω , because of the anticipated `d,2ω = `p,ω
.
2
Figure
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the narrower width sections is better conned, resulting in larger eld enhancements
(e.g. see Fig. 2.1b) and hence more SHG.
On the NWs we observe two distinct types of features in the SH. At random
locations along each NW we observe strong peaks in the harmonic signal (which are
more easily observed on linear plots; see Appendix C). As an example, we have marked
these peaks with arrows, on the rst (red) curve. These, then, are locations where
process I occurs, and harmonics are generated at hot-spots of defects.
In the SH signal, we also observe large regions where there are no large defects
and the harmonic decays smoothly, as expected from processes II and III . For the
SH signal of the rst NW that we show in Fig. 2.3b (red curve), these are marked by
shaded regions. In these semi-logarithmic plots, the spatial evolution of the SH signal
appears linear, indicating that it decays exponentially. We can therefore extract a
decay length, `d,2ω , for each NW trace, as is shown in Fig. 2.3b. By averaging over the
traces of nominally identical wires, we determine a decay length for each specic wire
geometry (see Appendix C). In the case of the 90 nm wide wires shown in Fig. 2.3b,
this decay length is 8.8 ± 0.8 µm.
In this manner, we measure `d,2ω for dierent width NWs, presenting the results
in Fig. 2.3c (open red circles). In this gure we also give the calculated `p,2ω for
SPPs at 2ω , as well as `p,ω /2 for SPPs at ω (with red and black curves, respectively).
Clearly, the measured `d,2ω is always much larger than the propagation length of the
2ω SPPs, yet agrees well with `p,ω /2 of the ω SPPs. We do, however, observe a
deviation between our measurements and calculations for the narrowest NWs. We do
not know the origin of this deviation. We conjecture that this dierence could arise
from the fact that the quality of the Au could be dierent for these sub−100 nm
wide wires. To validate the behavior of the fundamental SPPs, we included near-eld
measurements on these same sample of wires (taken from ref. [77]), which conrms
that the calculated `p,ω /2 of the fundamental SPPs are correct in the plasmonic region
(Fig. 2.3c, black crosses). Indeed, as can be seen from Fig. 2.3c, our measurements
of `d,2ω are in agreement with both the near-eld measurements, and simulations, of
`p,ω /2. This measured spatial dependence of the second-harmonic signal is therefore
consistent with a process where the intensity of the generated second harmonic is
dependent on the I(ω)2 at that same position. From the data, we conclude that the
fundamental SPPs are the source of the observed harmonics and, indeed, harmonics
are generated both from LPRs and SPPs.
To determine which of the two processes, II or III (see Fig. 2.3a), are responsible
for the exponentially decaying signal, we consider the wavevectors of the light elds
in our system. We show these wavevectors, which are associated with either SPPs
or photons (as denoted by the subscripts SP P or 0, as a function of NW width in
Fig. 2.4a. Here, we show the wavevectors for NW widths of up to 200 nm, since
for wider NWs these wavevectors are almost constant as a function of NW width.
In this plot we look for phase-matching between the fundamental SPPs, where we
consider 2kSP P,ω (dashed black curve) since SHG requires two fundamental SPPs,
and either the second harmonic SPPs or photons, denoted by kSP P,2ω and k0,2ω (red
and blue curves, respectively). In other words, phase matching for processes II and
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Phase-matching on plasmonic NWs. (a) The real part of the
wavevector of the ω and 2ω SPPs (black and red curves), and of light in freespace (blue curve), as a function of NW width. The respective phase mismatch
is marked by ∆k. (b) Coherence lengths of the SPP(ω) to SPP(2ω), `c,SP P , and
SPP(ω) to photon(2ω), `c,0 , as a function of the NW width (solid curves). For
comparison, we also show the eective wavelength of the ω and 2ω SPPs (dashed
curves).
Figure 2.4:

III requires geometries where ∆ki = 2kSP P,ω − ki,2ω = 0, where ki,2ω can either be
kSP P,2ω or k//,2ω = k0,2ω sin θ (as shown in the inset to Fig. 2.3a, and as a purple
region in Fig. 2.4a, respectively). In fact, as can be seen clearly in Fig. 2.4a, our NWs
do not support phase-matched harmonic generation of either 2ω photons or plasmons.
For completeness we note that for NW widths between 227.3 and 670.5 nm, where
the mode is leaky (see Fig. 2.3c), phase matching at near-grazing angles in the glass,
can occur.
Interestingly, momentum mismatch does not preclude harmonic generation via
processes II and III , it simply limits their eciency. We therefore calculate the
coherence length, `c = π/∆k , which is the distance over which the phase of the
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SH light relative to the fundamental changes by π radians. These curves are shown
in Fig. 2.4b, along with the wavelength of the 2ω SPPs, λ2ω (and of the ω SPPs,
λω for completeness) in dashed curves. Because for these NW widths λ2ω and `c,0
are comparable and very short, the generated SH light would undergo a rapid phase
change and, in total, there would be no build-up of harmonic amplitude; consequently,
we expect that process III (Fig. 2.3a) will be very weak. In contrast, `c,SP P is
signicantly larger than λ2ω and hence we expect coherent build-up of 2ω SPPs. A
signature of this coherence would be oscillations in the SH yield that would be best
visible near the beginning of the NW where the maximum SH intensity is greatest.
Unfortunately, due to the scattering from the random defects, these oscillations were
masked in our measurements. We expect that this coherent buildup of 2ω SPPs
would be more visible in near-eld measurements. Indeed, preliminary near-eld
measurements of the spectral content of the light at the surface of the NWs reveal
the presence of harmonics. A full near-eld study of nonlinear plasmonics on NWs is,
unfortunately, beyond the scope of the current work.

2.4 Conclusions and outlook
In summary, we have shown that guided modes of plasmonic NWs can be used for
nonlinear optics. Although our NWs are composed of Au, a centrosymmetric material,
we observe clear SH and TH signals. We observe a clear dependence of the spatial
evolution of the harmonic signal on the NW geometry. Using these spatial maps and
numerical simulations, we explore the possible processes by which the harmonics are
generated, showing that scattering from LPR at imperfections and the creation of SH
SPPs seem to dominate.
In all, the results presented in this chapter demonstrate the promise of nonlinear
optics with guided plasmonic modes, potentially opening a new route towards future
applications seeking to exploit nonlinear plasmonics [24]. In that vein, we suggest that
using hybrid plasmonic NWs by adding a layer with large nonlinear coecients, such
as ITO [95], could greatly increase the harmonic yield. Likewise, by exploiting the
inherently large bandwidths supported by our NWs [77, 96], ultrashort pulses can be
used to increase the peak intensity without increasing the power consumption, again
greatly increasing the nonlinear conversion eciency. Such approaches could perhaps
allow for the observation of weaker χ(2) or χ(3) nonlinear eects, such as spontaneous
down-conversion or four-wave mixing [40], paving a new route towards the realization
of integrated optical circuits for classical or quantum information processing.
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Chapter 3

Imaging of electric and
magnetic fields near
plasmonic nanowires

Near-eld imaging is a powerful tool to investigate the complex structure
of light at the nanoscale. Recent advances in near-eld imaging have
indicated the possibility for the complete reconstruction of both electric
and magnetic components of the evanescent eld. In this chapter we
study the electro-magnetic eld structure of surface plasmon polariton waves
propagating along subwavelength gold nanowires by performing phase- and
polarization-resolved near-eld microscopy in collection mode. By applying
the optical reciprocity theorem, we describe the signal collected by the probe
as an overlap integral of the nanowire's evanescent eld and the probe's
response function. As a result, we nd that the probe's sensitivity to
the magnetic eld is approximately equal to its sensitivity to the electric
eld. Through rigorous modeling of the nanowire mode as well as the
aperture probe response function, we obtain a good agreement between
experimentally measured signals and a numerical model. Our ndings
provide a better understanding of aperture-based near-eld imaging of the
nanoscopic plasmonic and photonic structures and are helpful for the
interpretation of future near-eld experiments.
This chapter is based on I.V. Kabakova, A. de Hoogh, R.E.C. van der Wel, M. Wulf, B. le Feber
and L.Kuipers, Imaging of electric and magnetic elds near plasmonic nanowires, Sci. Rep. 6,
22665 (2016).
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3.1 Introduction
In the past few decades the study of the light eld near nanophotonic structures
has evolved into an independent research area, revealing new fundamental aspects of
light-matter interaction at the nanoscale and propelling research in various applied
elds of classical and quantum optics [97102]. Near elds are dicult to image as
they are evanescent in nature and decay within 10s to 100s of nanometers away from
the surface, so that they cannot be directly detected by a photodiode or imaged by
a camera placed in the far eld of the sample. In one of the near-eld measurement
techniques, known as near-eld scanning optical microscopy (NSOM) [103], the detection is usually done by frustrating the evanescent eld and converting it into far-eld
radiation by means of a scattering probe (s-NSOM) or a light-collecting aperture
probe (a-NSOM). In any case, a probe is brought close to the surface of the structure
and scanned across to map the near-eld distribution. Typically such probes have
dimensions of a fraction of a wavelength, enabling to measure elds with a resolution
beyond the diraction limit.
Near-eld imaging is a particularly important characterization method for objects
of a certain type: those with a nanoscopic size, and those that are intrinsically
lossy [104, 105]. This is because many other measurement types, e.g. transmission
measurement, are not applicable in this situation. It is, however, well known that
the interpretation of an NSOM measurement is not always a straightforward task
and several common artifacts of the near-eld imaging have been previously pointed
out [106]. It is therefore crucial to understand the process of the image formation for
a variety of nanophotonic structures of dierent complexity and sizes.
Plasmonic nanostructures, being deeply subwavelength and lossy, are commonly
investigated in the near-eld regime [107109]. So far several geometries, including
plasmonic wires and tapers [109111], nanoparticles [112] and holes [113116], have
been studied using NSOM. In these studies the signal collected by the near-eld
aperture probe was always attributed to the electric eld. However, it has recently
become apparent that the aperture probe of the near-eld microscope is sensitive not
only to the electric eld but also to the magnetic eld [117123]. A study performed
on photonic crystal waveguides (PhCWs) has shown that the probe sensitivity to
the electric eld component near a PhCW is approximately the same as that to the
magnetic eld. Both the electric and magnetic elds were observed to contribute
to the process of image formation by the near-eld microscope [117]. It is therefore
important to treat information obtained through the near-eld imaging with care and
recognize the contributions of both elds in the measured signals.
In this chapter, we present a detailed study of the image formation in the a-NSOM
measurement of plasmonic nanowires. Our study exploits the optical reciprocity
theorem, the approach which has previously been used for PhCWs and that has
resulted in the successful reconstruction of electric and magnetic components of the
near eld [117]. By considering the electric and magnetic eld components of the
nanowire mode as well as the complex response function of the aperture probe, we
are able to reproduce the measured data with a good agreement. As for PhCWs,
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here we nd that the probe sensitivity to the electric eld is approximately equal to
its sensitivity to the magnetic eld. This leads us to the conclusion that the signal
measured in the near-eld microscopy experiments on plasmonic nanostructures is a
combination of both elds, electric and magnetic, in other words the magnetic eld
cannot be ignored.
Next we analyze how the probe's geometry inuences the outcome of the imaging
process. Two features need to be considered: (1) the complex nature of the probe's
response, i.e. the probe cannot be approximated as a simple lter, and (2) the
geometrical size of the probe's aperture being a factor of 2 larger than the nanowire
width. As a result, the signal collected by the probe does not represent the electromagnetic eld of the nanowire mode at a single location, e.g. at the center of the
aperture, but is proportional to the overlap integral of the local eld and the probe's
response function. As a result, the separation of the measured signals into individual
electric and magnetic components becomes non-trivial. Our ndings present a deeper
understanding of the image formation in a-NSOM and the limitations associated with
near-eld measurements of photonic and plasmonic objects of nanoscopic sizes.

3.2 Numerical simulations
For the numerical modeling we used FDTD Solutions by Lumerical, to simulate the
propagation of SPPs in our nanowire structure. We chose perfectly matched layers as
the condition on all boundaries of the model. The nanowire mode was calculated using
the Mode Expansion Monitor. This mode then was propagated along the length of
the nanowire using a home-build code in Matlab to obtain in-plane eld maps shown
in Fig. 3.2. The simulation took into account the change of the tip's height during
the measurement scan. Since the scan was made in the `constant distance' mode, the
probe followed the topography while scanning above the sample. For the simulation of
the reciprocal elds we used the nite dierence method implemented in COMSOL.
The overlap integrals associated with Eq. 3.3, 3.2 and 3.1 were calculated using a
home-build code in Matlab.

3.3 Near-eld microscopy of plasmonic nanowires
In this work we use a scanning near-eld microscope, operating in collection mode.
This setup is capable of measuring the complex electro-magnetic eld in planes above
the sample by raster-scanning the aperture probe and collecting the signal collected
by the probe [120]. The probe consists of an optical ber taper with a diameter
of approximately 200 nm and a 150 nm-thick aluminum coating. Such a probe
diameter of λ/7 typically presents a trade-o between the resolution and the signalto-noise ratio of the measurement. The resolution of the imaging technique is mostly
determined by the probe's aperture.
The plasmonic nanowire is fabricated in a 50 nm-thick layer of gold, that is
deposited on top of a glass substrate (Fig. 3.1a and b). The details of the sample
49

3 Imaging of electric and magnetic elds near plasmonic nanowires

(a) Scanning electron microscope image of the beginning of the Au
nanowire, (b) Schematic of a gold nanowire placed on a glass substrate. The
nanowire is 130 nm in width (w) and 50 nm in height (h). (c) The calculated
normalized intensity of a plasmonic mode, with arrows indicating the direction of
the transverse electric eld. The calculations are performed with COMSOL (d)
Schematic of the scanning near-eld microscope setup: DM -dielectric mirror, D1
and D2 are detectors that record y- and x-polarized electric elds.(e-f) Real parts
of the complex signals L1 and L2 measured by detectors D1 and D2, respectively,
for the probe scanning in the plane xy at the height 20 nm above the wire. The
signal amplitudes are normalized to the maximum amplitude of L2 . Black lines
indicate edges of the nanowire.
Figure 3.1:

50

3.3 Near-eld microscopy of plasmonic nanowires

fabrication are described in Appendix A. Briey summarized, the sample consists of
a 2D hole array, terminated by a 20 µm-long taper, which funnels into a 130 nm-wide
and 50 µm-long nanowire (schematic of the nanowire is presented in 3.1b. We use
the hole array to excite surface plasmon polariton waves and direct them towards the
taper. The distance between the holes and the hole radius is optimized for coupling
of 1550 nm light. The adiabatic taper converts the initial waveguide mode, which is
mainly conned to the interface between the glass substrate and the bottom surface
of the gold taper, into a Sommerfeld-like nanowire mode [124]. At the chosen width
and height of the nanowire, there is only one mode supported by it. The calculated
spatial distribution of the normalized intensity of the electric eld in such a plasmonic
mode is depicted in Fig. 3.1c. This mode has approximately `radial' polarization in
the yz plane and has intensity maxima at the corners of the nanowire. The structure
of this mode therefore resembles a Sommerfeld wave in a cylindrical metal wire and
has been reported previously [111].
The NSOM probe, sensitive to the electro-magnetic near eld, collects an optical
signal for each probe position above the sample. This signal is then delivered by
the optical ber to detectors D1 and D2. A detailed explanation about our neareld setup is given in section 1.5; a simplied picture is sketched in Fig. 3.1d. In
summary, our near-eld microscope allows the measurement of both amplitude and
phase of the evanescent eld by implementing an interferometric approach, in which a
signal collected from the sample is combined with a reference signal. By introducing
polarization optics into the reference branch of the setup, we are able to distinguish
between the orthogonal components of the in-plane near eld. As has been discussed
previously [117, 120], each detector provides a signal representation of a combination
of the in-plane electric and magnetic eld components. We ensure that all signal
resulting from y -oriented electric eld above the nanowire, Eywire , is collected by
detector D1, and likewise Exwire is detected by D2. Conversely, any signal that arises
from y -oriented magnetic eld, Hywire , is detected by D2, and Hxwire is picked up by
D1.
Figures 3.1e and f present the real parts of the complex signals L1 and L2 ,
which are constructed from the signals measured by the two detectors D1 and D2
respectively. As presented in Fig. 3.1c, L1 (r) and L2 (r) result from the interference
between the near-eld signal at each position r and the reference signal, and can be
written as L1,2 (r) = A1,2 (r)e(iφ) , where φ is the phase dierence between two arms
of the interferometer. The height of the aperture probe for this set of measurements
was kept approximately at 20 nm above the sample. We nd that the y-polarized
signal (L1 ) is anti-symmetric and has a node at y = 0, whereas the x-polarized signal
(L2 ) is symmetric and has a non-zero magnitude at the center of the wire. This
agrees with the description of the mode structure for nanoscale plasmonic nanowires
reported previously [111]. The maximum amplitude of the signal L2 is slightly larger
than that of L1 . The presence of a signicant signal L2 , which is associated with
longitudinally-polarized elds, demonstrates the profound deviation of the highly
conned nanowire mode from a transverse wave. A small tilt is noticeable to the
left side in the measurement data, which can be clearly seen in Fig. 3.1f. It is caused
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by a slight misalignment of the wire with regard to the scanning x axis, but it is not
critical for the rest of the discussion.

Simulated electric and magnetic eld amplitudes for the four inplane components at a height of z=20nm in the plane xy for a gold nanowire with
a width of w = 130 nm. The eld amplitudes are normalized to the maximum
amplitude of |Hywire | component.
Figure 3.2:

Next we compare our measured signals L1 and L2 to the elds obtained by
numerical modeling of an SPP wave, propagating in a gold nanowire with a width of
130 nm. For the simulation we use the material parameters of gold and glass from
a standard source [125] at the wavelength of interest. We simulate the propagation
of SPPs using the nite-dierence time-domain (FDTD) method. Figure 3.2 shows
maps of the calculated electric and magnetic eld components in the xy plane, 20 nm
above the surface. From the amplitude and the phase (the latter, not presented in
Fig. 3.2) information we conclude that the elds Eywire and Hxwire are antisymmetric
with respect to the xz-plane through the center of the wire, similar to the signal L1
measured by detector D1 (Fig. 3.2d). The elds Exwire and Hywire , however, are symmetric, similar to the signal L2 measured by detector D2 (Fig. 3.1e). Magnetic elds
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p
in Fig. 3.2 (c and d) are multiplied by the vacuum impedance Z0 = µ0 /0 , where µ0
and 0 are vacuum permeability and permittivity, respectively. Multiplication brings
the elds to the same units of Volt per meter for comparison. In the calculations
we nd that the largest eld component is the y -polarized magnetic eld (Hywire ),
indicating that magnetic elds are not negligible. We also note that the distributions
of the electric and magnetic elds share the same features, such as symmetry, but are
not exactly the same. For example, Eywire is more conned to the nanowire edges than
Hxwire . Additionally, Eywire has two maxima, whereas Hywire has only one maximum
at the center of the wire. These observations together with the fact that a-NSOM has
been previously shown to measure magnetic elds [117,121], suggests that all in-plane
electro-magnetic eld components could be important to the image formation.
The question we have to answer next is how these elds combine inside the probe to
produce the signals L1 and L2 . We immediately see that this is not a trivial question
taking into account the size of the nanowire (130 nm), the complex structure of the
nanowire's mode, and the size of the probe's aperture (200 nm). Naively, we might
expect the probe to act as an integrating lter with a Gaussian-like response. Due to
the aperture being larger than the nanowire itself, such a lter applied to the intrinsic
elds of the nanowire would lead to a blurring eect, such that the measured signals
would have a larger spread in space than the intrinsic nanowire elds. Fortunately,
there is no need for speculation as we can use a rigorous approach for the signal
reconstruction based on the optical reciprocity theorem [126].

3.4 Optical reciprocity theorem
It is known that the optical reciprocity theorem can be used to explain near-eld
data collected during a measurement [126, 127]. This theorem postulates that the
detected signal from a source will be the same if the source and the detector are
exchanged [128]. Recently, the reciprocity theorem has been successfully applied for
the reconstruction of electro-magnetic elds above a W 1-type PhCW [117]. In this
chapter we will follow the same approach to explain the measurement of evanescent
elds associated with the plasmonic nanowire mode.
The reciprocity theorem relates the elds measured by the probe to the elds that
would be transmitted through the probe if a dipole source were placed at the location
of the detector. Mathematically, when we neglect any back-action from the probe,
the expected signals at detectors D1 and D2 can be expressed as
Z
 wire

L1 (r) ∝
E
(r) × Hrec,y (r) − Erec,y (r) × Hwire (r) · dS,
ZS
(3.1)
 wire

L2 (r) ∝
E
(r) × Hrec,x (r) − Erec,x (r) × Hwire (r) · dS,
S

where dS represents the normal vector of the surface S in the xy -plane above the
nanowire. Here r is the position of the probe tip above the nanowire. From Eq. 3.1
and the denition of dS = zdS we conclude that the only non-zero terms under
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Figure 3.3: (a) SEM image of the aperture probe, (b) Illustration to the
calculation of reciprocal elds: a dipole source placed at the detector position
emits light that is imaged below the aperture, (c-f) Reciprocal elds in the plane
xy calculated below the aperture probe, arising from the y-oriented dipole
p source.
The magnetic elds are multiplied by the vacuum impedance Z0 = µ0 /0 and
all eld amplitudes are normalized to the maximum amplitude of the Re(Hyrec )
component. The black circle indicates a cross-section of the aperture.
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the integral are those constructed by the reciprocal and wire elds in the plane xy ,
since the vector product of the out-of-plane elds with dS is zero. Ewire and Hwire
indicate the calculated elds of the nanowire mode above the gold nanowire due to
the propagating plasmonic mode. Erec and Hrec are, the so-called, reciprocal elds,
which are calculated just below the probe and which result from an x- or y -polarized
dipole source placed at the detector position [128]. We note that Erec and Hrec are
virtual elds as they are not present in the actual measurement. They, however, are
useful for calculations and have a meaning of the probe's complex response function.
The concept of the reciprocal elds is illustrated in Fig. 3.3, where a shows a SEM
image of the actual microscope tip and (b) illustrates the model which we use to
calculate reciprocal elds. Eq. 3.1 suggests that the reciprocal magnetic elds reect
the sensitivity of the probe to the electric eld components of the wire as
Z
i
ηE
(r) ∝ (Ewire (r) × Hrec,j (r)) · dS.
(3.2)
S

Similarly, the reciprocal electric elds reect the probe's sensitivity to the wire's
magnetic elds
Z
i
ηH (r) ∝ (Erec,j (r) × Hwire (r)) · dS.
(3.3)
S

where i = 1, 2 denotes the detector number and j = y, x shows the respective
orientation of the dipole source. For i = 1 the dipole is oriented along y (j = y ),
whereas it is oriented along j = x for i = 2.
To calculate the reciprocal elds Erec and Hrec we use the nite element method
and approximate the near-eld probe by a glass hole (diameter d = 200 nm) in a thin,
150 nm aluminum layer. This approximation is justied, since the thickness of the
aluminum layer on the probe is large enough to have no signicant electro-magnetic
elds outside the metal coating when the source and the detector are exchanged. It
has also been shown that the elds produced by such a hole closely resemble the
transmitted elds of a real aperture probe [129]. As strongly suggested by recent
work [130, 131], the sensitivity of an aperture probe can be controlled through the
thickness of the metal coating. This situation is particularly important for probes
with thin metal claddings. In this work, however, the metal cladding is relatively
thick and we focus on the extent to which the detected eld components can be
separated so that a local description of the eld coupling to the probe is valid.
rec
Figure 3.3c-f shows the calculated reciprocal elds Erec
y,x and Hy,x below the tip of
the probe, arising from a y-oriented dipole source. The magnitudes of these elds are
normalized to the maximum of Hrec
y to simplify the comparison. We observe that the
distribution of Erec
resembles a slightly squeezed Gaussian beam, whereas the other
y
three components have a more complex structure. It would therefore be erroneous
to expect the probe to behave as a simple integrating lter. We also note that the
reciprocal magnetic components Hrec
y,x are stronger than the electric counterparts.
This is an important observation and we expect it to play a role in the probe's
sensitivity to the electric and magnetic elds. After obtaining the reciprocal elds
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we can now convolve them with the wire elds using the recipe given by Eq. 3.1. By
doing so we are able to calculate the signals L1 and L2 , measured by detectors D1
and D2, at every position of the probe in the xy plane above the nanowire.
The result of this numerical procedure is presented in Fig. 3.4, where the calculated
signals using the reciprocity theorem are shown in (a-c), and the measured signals are
given in (b-d) for the comparison. We notice that the calculated signals (Fig. 3.4ac) exhibit a very good agreement with the measurement (Fig. 3.4b-d). A slight
asymmetry is observed in the measured data, which can be attributed to a small
degree of polarization mixing, i.e. non-perfect separation of orthogonal polarizations
in the experiment. This is, however, hard to avoid since the polarization of light in
an optical ber is susceptible to drifts due to temperature and stresses [132].

Reconstructed (a-c) and measured (b-d) signals at detectors D1
and D2. The amplitudes of all signals are normalized to their maxima.
Figure 3.4:

One of the important conclusions that can be drawn after analyzing Fig. 3.4a
and b: the eld map detected by D1 (as well as its calculated version) looks markedly
dierent from the individual eld components Eywire and Hxwire . Apart from the width
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of the lobes, the most striking dierence is the distance between the lobes. In fact, the
separation between the lobes (measured as the distance between the eld maxima)
in Fig. 3.4c is close to 600 nm, which is almost 3 times the separation between the
lobes of the eld Eywire in Fig. 3.2. In fact, it can be shown that the signal L1 in
these measurements cannot be constructed as a linear superposition of the respective
electric and magnetic eld components, L1 = α1 Eywire +β1 Hxwire , where α1 and β1 are
complex constants. This nding is contrary to the experimental observations while
mapping the electric and magnetic elds above a photonic crystal waveguide [117].
Apparently, the structure of the elds around a nanophotonic structure combined
with the complexity of the near-eld coupling to the probe, see e.g. Eq. 3.1, makes
that the simple separation in a superposition of individual E and H components can
only be performed for certain conditions.

3.5 Probe sensitivity to electric and magnetic elds
near plasmonic nanowire
Another piece of information that we are able to retrieve using the reciprocity theorem
is the sensitivity of the probe to the electric and magnetic eld components of the
nanowire's near eld. From Eq. 3.2 and Eq. 3.3 it follows that the probe sensitivity
depends not only on the reciprocal elds of the probe itself, but also on the elds the
probe is measuring. This means that, in principle, the probe's sensitivity can dier
depending on which structure it measures: a plasmonic nanowire, a hole or a photonic
crystal. This is an important property of the near-eld imaging that originates from
the complexity of the collection process as is evident from Eq. 3.1. Using Eq. 3.2 and
eq. 3.3 we nally calculate the sensitivity ratio to the magnetic and electric elds,
1
1
i = 1.058 for the detector D1
i/hηE
averaged across the calculation area, to be hηH
2
2
and hηH i/hηE i = 1.32 for the detector D2. We nd that the ratio of sensitivities
varies for each detector, but overall is slightly larger than 1, meaning that the probe
is slightly more sensitive to the magnetic near eld than to the electric one. From
Eq. 3.2 and 3.3 it becomes clear that a higher sensitivity of the detector to the
magnetic eld is obtained when the integrated electric eld of the probe (Erec ) is
higher than the probe's integrated magnetic eld (Hrec ).

3.6 Discussion
Our analysis of the near eld, associated with the propagating mode in a plasmonic
nanowire, has shown that the contribution of the magnetic eld to the measured
signals cannot be neglected, because it is equal to or in some instances even larger
than the contribution of the electric eld [116,121]. We have also determined that the
probe sensitivity to the magnetic eld is approximately equal to the probe sensitivity
to the electric eld. A similar situation was reported for the near-eld imaging of
PhCWs, in which the probe sensitivity ratio hηH i/hηE i ≈ 1 was found for most of the
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probe sizes and independent of the height of the probe above the crystal [117].
It might seem, however, a puzzling outcome that the ratio of sensitivities in
1
1
2
2
our system diers for the two detectors ( hηH
i/hηE
i = 1.058 and hηH
i/hηE
i =
1.32), albeit modestly. At rst glance, it seems nonphysical as the probe used in
the measurements was cylindrically symmetric. Moreover, in the simulations the
probe was assumed to be symmetric, which was reected in the calculation of the
reciprocal elds (the reciprocal elds calculated for a y-polarized dipole source are a
projection-swap version of the elds calculated for x-polarized dipole source). Thus,
the dierent value of the sensitivity ratio for the two detectors would seem impossible,
if the sensitivity of the probe were to depend on the probe's properties only. The
sensitivity of the probe, however, is also determined by the properties of the elds it
is measuring. This circumstance allows for a perfectly symmetric probe in a perfectly
symmetric detection scheme to have dierent sensitivity ratios in the two orthogonal
eld directions.
As we discussed earlier, due to the complex nature of the image formation process,
the link between the local intrinsic eld of the nanowire and the signal measured at
this same location is nontrivial. Therefore, it is not possible to represent the signals
L1 and L2 as a linear superposition of the nanowire electric and magnetic elds, and
consequently separate E and H elds in the measurement. This is in contrast to
the near-eld measurement of PhCWs [117, 120] and of a plasmonic aperture [116]
reported previously. In the situation with photonic crystals it was actually possible
to t the measurement at nine dierent heights above the crystal by forming linear
superpositions of the electric and magnetic elds using only 2 tting parameters,
the probe sensitivities. In those experiments, the period of the photonic crystal was
420 nm and the hole diameter was 240 nm [117], somewhat larger than the nanowire
dimensions and comparable to the probe's aperture.
Another point of dierence in the present work is the structure of the wire's
mode with two of the eld projections (Eywire and Hxwire ) being antisymmetric. We
expect that the eld separation problem can be solved if a smaller probe is used.
In principle, probes with aperture diameters of approximately a 100 nm can be
fabricated. Such probes, however, prove to be impractical since they typically have
a very poor transmission and coupling eciency. Another solution could be to use
a scattering probe [133], with a diameter on the order of tens of nanometers [134],
instead of a collecting aperture probe. Care must be taken, however, to ensure that the
interaction of the scattering probe with the sample is minimal and can be described
by the rst order perturbation theory [135].
In summary, we have performed near-eld imaging of plasmonic nanowires using a
homebuilt polarization- and phase-sensitive near-eld microscope operating in a collection mode. The analysis of the measured signals has shown that the collected light
is the combination of electric and magnetic elds, and the magnetic eld contribution
is signicant. We have developed a model of the image formation in our microscope,
based on the optical reciprocity theorem. This theorem allows us to include the
response of the aperture probe into consideration and calculate the signals measured
by the detectors. We nd a very good agreement between our measurement and the
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modeling results. Overall, our ndings indicate the importance of a careful analysis
of the near-eld measurement data and consideration of both electric and magnetic
contributions of the near eld. The identication of the strong magnetic contribution
to the near-eld signals measured in the vicinity of plasmonic nanostructures paves
the way towards studies of magnetic eects at optical frequencies [136138].
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Chapter 4

Optical singularities in
plasmonic fields near single
subwavelength holes

We identify phase and polarization singularities in near-eld measurements
and theoretical modeling of the electric near-eld distributions that result
from the scattering of surface plasmon polaritons from single subwavelength
holes in optically thick gold lms. We discuss properties of the singularities,
such as their topological charge or the eld amplitudes at their locations. We
show that it is possible to tune the in-plane eld amplitude at the positions of
the polarization singularities by three orders of magnitude simply by varying
the size of the hole or the incident plasmon beam width.

This chapter is based on A. de Hoogh, N. Rotenberg and L. Kuipers, Optical singularities in
plasmonic elds near single subwavelength holes, J. Opt. 16, 114004 (2014).
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4.1 Introduction
The creation of structured light elds that can carry angular momentum is a topic
of intense research. In the far eld, beams can carry either spin or orbital-angular
momentum, as is the case for, for example, vortex or circularly polarized beams
[30, 36, 139142]. Such beams are important to applications in elds such as nanomanipulation [143, 144], biosensing [145], or quantum optics [146]. Recently, there has
been a push to create angular momentum carrying light elds at the nanoscale [147],
which would allow on-chip applications in the aforementioned elds.
At the nanoscale, properties of a light eld, such as the amount of angular momentum that they carry, can be local quantities. That is, unlike in the far-eld where
the entire beam can carry angular momentum, in the near eld distinct regions can
have angular momentum while the entire distribution is neutral [37], [148]. In the
near eld, regions with local angular momentum are often associated with optical
singularities, either phase or polarization singularities in the cases of orbital- or spinangular momentum, respectively. And, since near elds are strongly controlled by
geometry, it is possible to design and fabricate structures, such as photonic crystal
waveguides [37] or slits [28], whose nanoscopic light elds contain optical singularities.
In this chapter we introduce a new system where optical singularities can be found,
namely a subwavelength hole on a metallic lm as it scatters surface plasmon polaritons (SPPs). Unlike previous plasmonic systems whose elds are known to contain
singularities [28], in our case we expect that the optical singularities will be found in
the plane of the lm. Our calculations do, in fact, reveal a plethora of both phase and
polarization singularities in this plane, and we discuss their properties. We control
the position of the singularities relative to the hole by tuning the size of either the
incident SPP beam or the hole. Lastly, we show preliminary polarization- and phaseresolved near-eld measurements of the scattering of SPPs from a subwavelength hole
on a gold lm, in which we indeed observe polarization singularities.

4.2 Plasmonic scattering and phase singularities
The scattering of light from plasmonic nanostructures, such as subwavelength holes,
results in complex electric eld distributions [51, 52]. As these eld distributions in
the neighborhood of the hole are highly structured we can be hopeful that they might
contain optical singularities [15, 67]. The complexity of the eld distribution arises
from the fact that these distributions are composed of two dierent, interfering surface
waves: the incident SPP beam propagating along the metal interface, Ein , and the
scattered SPP, Es . For our situation of an SPP beam scattering from a hole in a gold
lm, the incident beam prole is a Gaussian, given by Eq. 1.21 [51]. The scattered
SPP wave can be written as Eq. 1.23 [52], as described in section 1.4.3.
As sketched in Fig. 4.1, the total eld in the region surrounding the hole, at any
position r = (x, y) in a plane at height z , is the superposition of the incident and
scattered eld. That is, ET = Ein + Es , where the scattered eld is, in this model,
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Figure 4.1: Schematic of our nanoplasmonic structure, including the coordinate
system. An optically thick gold lm supports a Gaussian SPP beam (σ FWHM),
that scatters from a single subwavelength hole of diameter d.

radiated by the dipoles that are induced in the hole by the incident eld. Here,
r0 = (x0 , y0 ) is the position of the hole, and r' represents the displacement from r0 .
Due to the symmetry of our nanophotonic system, these dipoles are pz = αE Ein
z (r0 )
and my = αH Hin
y (r0 ), where the polarizability αE(H) that determines the response of
the hole to the incident electric (magnetic) eld has been calculated [52] and measured
[51].
Figure 4.2 presents an example of the calculated amplitude, A(r), and phase, θ(r),
of the vector components of Ein and Es over an area of 40 × 40 µm2 , at a height of
10 nm above the surface of the gold lm. This calculation was performed for light
with λ = 1550 nm, where ε = 155.1 + 11.3i [50]. In Fig. 4.2, Ein is a Gaussian
SPP beam with a FWHM σ = 5 µm, which propagates in the positive x direction
and is centered around y = 0. As expected for an SPP beam at this frequency on
gold, the strongest electric eld component is polarized out-of-plane, and hence Ezin
(Fig. 4.2e) is roughly ten times larger than the longitudinal in-plane component Exin
in (Fig. 4.2a). Because Ein has a Gaussian shape, and is not a plane wave, we also
nd a non-zero distribution to the transverse electric eld component Eyin (Fig. 4.2c),
which will increase in magnitude for beams with smaller widths. The scattered eld,
shown in Fig. 4.2b, d, and f, is centered about the position of the hole at r0 = (0, 0).
In these maps, the hole is taken to have a diameter of 800 nm, and the corresponding
polarizabilities are αE = 0.0448 + 0.0083i and αH = 0.1301 + 0.1670i [52]. We
observe a subtle asymmetry in the amplitude of the scattered eld, with respect to
the x axis, which arises due to the interference of the radiation emitted by the electric
and magnetic dipoles [51]. This directionality of the scattered eld can, in principle,
be controlled either through the polarizability of the hole (e.g. by changing the hole
geometry), or the phases of the incident eld (e.g. by changing r0 relative to the
incident eld, or using a dierent Ein ). In Fig. 4.2, we observe that the scattering is
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(a), (c), (e) Incident and (b), (d), (f) scattered electric eld
amplitude maps for a σ = 5 µm SPP beam scattering from an 800 nm hole.
The beam propagates in the upwards direction, and the hole is located in the
center of each map. The insets show the phase of each respective eld component
in a 15 x 15 µm2 area that is centered on the hole. The relative amplitudes of
the dierent components are given in the bottom right corner of each panel.
Figure 4.2:
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strongest in the forward direction.
In addition to A(r), we also present θ(r) for both the incident and scattered eld,
in the insets to Fig. 4.2. The phase of the incident eld components (Fig. 4.2a,
c, and e) increases monotonically in x, as expected for a beam traveling in that
direction. In contrast, the phase of the scattered eld components (Fig. 4.2b, d,
and f) grows with the displacement from the hole position r0 , as expected for a
circular wave radiating away from the hole. We now look for phase singularities in
the elds shown in Fig. 4.2. Phase singularities are points where θ(r) is undened,
and are generally found by looking for positions where dierent lines of constant
phase intersect. Their intersection can only occur at points where the amplitude of
the associated eld is identically zero. The eld maps shown in Fig. 4.2 contain no
phase singularities, although some components (Eyin , Exs , and Eys ) do contain lines of
undened phase, known as wave disclinations, about which the phase ips. In our
system, these disclinations are found on axes of symmetry, for example along y = 0
for Eyin (Fig. 4.2c) or x = 0 for Exs (Fig. 4.2b).
While we nd no phase singularities in the individual electric eld components,
such singularities are known to occur in systems where (two) dierent waves interfere
[67]. In Fig. 4.3, we show both A(r) and θ(r) for the three components of ET , made
by adding the elds shown in Fig. 4.2. In the amplitude maps of ET (Fig. 4.3a, d,
and g) we observe parabolic fringes which arise from the interference of the incident
SPP wave and the wave scattered by the hole. In fact, it is within these fringes that
we can nd positions where the incident and scattered waves have equal amplitudes
and opposite phases, and hence the total eld amplitude is zero. Indeed, we nd
many intersection points of lines of dierent constant phase in the phase maps of ET
(Fig. 4.3b, e, and h), which we mark with symbols. We also mark these positions
of undened θ in the associated amplitude maps. We ensure that these points lie on
positions of zero amplitude by plotting


f (r) = log Ain (r) − As (r) + log mod θin (r) − θs (r), 2π − π ,
(4.1)
in Fig. 4.3c, f and i, and looking for points where f (r) = 0. When f (r) = 0, the
amplitudes of the incident and scattered waves are equal (rst term in (Eq. 4.1))
and their phases are opposite (second term). That is, these points are indeed the
phase singularities in the vector components of ET . It is interesting to note that
the distributions of these singularities can greatly dier between components. In
particular, the singularities in EyT are located much closer to the hole than those of
ExT and EzT . This dierence is perhaps not unexpected, as the amplitude of Eyin is
smaller than that of the other two components, and hence the positions where the
incident and scattered elds are equal occur at smaller r's. Phase singularities are
known to carry a topological charge, s, which denotes the number of times the phase
of the electric eld changes by 2π when traversing a loop around the singularity in the
counter-clockwise direction. The singularities that we observe all carry a topological
charge s = ±1, where s is the same for all intensities within each quadrant of our
maps, as we show in Fig. 4.2a, c, and e. For example, for EyT (Fig. 4.3d and e), s = +1
in the upper left and lower right quadrants, and s = −1 in the lower left and upper
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Figure 4.3: Electric eld distributions that result when a 5 µm SPP beam
scatters from a 800 nm wide hole. (a), (d), (g) The amplitude and (b), (e),
(h) phase maps of ET for the plasmonic scattering event, with the s = 1 (−1)
phase singularities marked in solid red (blue) symbols. The relative amplitude
of the dierent eld components is shown in the bottom right of (a), (d), and
(g). (c), (f), (i) maps of f (r)(Eq. 4.1) associated with (a), (d), (g) and (b), (e),
(h), with the locations of the phase singularities marked with solid symbols. The
singularities are found where f (r) = 0, ensuring that they do occur when the
amplitude of the associated eld component (a), (d), (g) is also 0.
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right quadrant. That is, for every singularity with a positive topological charge there
is one with a negative charge, such that the total topological charge of the plasmonic
eld is zero for every eld component.

4.3 Polarization singularities
In addition to phase singularities, another class of singularities exists that can occur
in the light elds near a single hole: the polarization singularity. Within a plane, the
electric eld vector of the light, at any point, traces out an ellipse in time, as shown
in Fig. 4.4a. Here, the polarization can be described by two variables. The rst is the
ratio between the short and long axis, u/v , which is a measure of the ellipticity, as
given by Eq. 1.8. The second parameter that describes the polarization of light is the
orientation angle of the ellipse α, which is given by Eq. 1.9 and ranges from −1/2π
to +1/2π .
Polarization singularities are found at positions where either the handedness or the
orientation of the polarization ellipse is undened. Here, we look for C-points and Llines (section 1.2), in the plane of our sample (the xy plane), for which either the ellipse
orientation α or the handedness of the polarization
We present the
q is undetermined.

2
2
T
T
T
amplitude of the in-plane electric eld Axy (r) = [Ex (r)] + Ey (r) in Fig. 4.4b,
ε(r) in Fig. 4.4c, and α(r) in Fig. 4.4d, using the eld components shown in Fig. 4.3.
We nd a large area in the maps where the polarization is (nearly) linearly polarized
(ε ≈ 0) in the direction of propagation (α = 0), which originates from the Gaussian
plasmon beam (Ein ). On both sides next to this region, we nd highly structured
patterns, where the ellipticity and ellipse orientation strongly vary in position. We
can identify the singularities where the handedness of the light is undened from
the ε(r) map, since these occur where the light is exactly linear (ε = 0). As these
singularities, within a plane, occur in lines they are known as L-lines, and we mark
them in Fig. 4.4c and d with blue lines. Note that L-lines always separate regions
where the light has opposite handedness.
The second type of polarization singularity, where the orientation of the polarization ellipse is undened, occurs within a plane at points. At such C-points light is
circularly polarized. In analogy to phase singularities, we nd C-points by locating
intersections of contour lines of constant α (known as isogyres, and are shown by
black curves in our gures) in Fig. 4.4d. Additionally, we ensure that ε = ±(1) at
these locations. We show these C-points in Fig. 4.4 in symbols, where the color and
shape correspond to the topological charge of the singularities (Eq. 1.12). In our
gures, a topological charge of +1/2 is shown in red diamonds, and a charge of −1/2
in blue circles. In analogy to phase singularities, we determine the topological charge
of the C-points from Fig. 4.4c by tracing out the number of times the orientation of
the polarization ellipse rotates by 2π as a loop around the C-point is traversed in a
counter-clockwise direction. From Fig. 4.4 it is clear that in our plasmonic system
we observe two regions that contain singularities, which roughly form stripes along
the direction of propagation on either side of the hole. Further, within each stripe,
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Polarization singularities in the plasmonic scattering event (a).
Schematic of the polarization ellipse traced out by the electric eld vector in
the plane of the gold lm (b). Amplitude map of the in-plane electric eld
of the scattering event. Polarization singularities with a topological charge of
1/2(−1/2) are marked in solid red diamonds (blue circles) (c). Ellipticity and
(d) orientation maps of the electric eld distribution for the scattering event. In
(c), (d) L-lines ( = 0) are shown in light blue curves and isogyres (constant α)
in black curves. The polarization singularities are again marked in solid symbols.
Figure 4.4:
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we nd that the singularities come in pairs, where the inner singularity is negatively
charged and the outer singularity is positively charged. As expected, an L-line runs
in between each one of these singularity pairs (see Fig. 4.4c and d). Furthermore, the
total topological charge of the system is zero.
When a 5 µm SPP beam scatters from an 800 nm wide hole, our calculations show
that the C-points are all located well away from y = 0 (> 10 µm) where the intensity
is highest. Consequently, the eld amplitude at a C-point is typically ≈ (2 − 25) times
weaker than the incident eld amplitude, at the hole. There are two parameters in
our model that can be varied, on which the position of the C-points is expected to
depend: the diameter of the hole, d, and the FWHM of the Gaussian beam σ , as
shown in Fig. 4.1. By changing the size of the Gaussian SPP beam we change the
length over which the amplitude of Ein decreases away from its maximum at y = 0.
Likewise, if we change the hole size, we change the eciency with which it scatters
light [52], and hence eectively change the magnitude of Es relative to Ein . That is,
changing either, or both, of these parameters is expected to vary the positions where
the interference of Es and Ein creates C-points, and consequently the eld amplitude
at these singularities.
In Fig. 4.5 we show examples of ET for several dierent hole and beam size
combinations, in which we investigate whether the locations of the C-points change.
In Fig. 4.5a, where we again show ET for a 5 µm FWHM SPP beam scattering from
an 800 nm hole, we highlight ve singularities that we will follow. As can be observed
in Fig. 4.5 when we increase d, while holding σ constant, the singularities all shift
towards y = 0. This movement occurs because the larger hole scatters light more
eciently [52], and hence the region where the amplitude of Es is comparable to that
of Ein shifts closer to the hole. We observe a similar behavior, with the singularities
shifting in towards y = 0, when we decrease σ while keeping d constant (Fig. 4.5c).
We vary σ and d in a systematic way to investigate the evolution of the eld
amplitude A at the positions of the C-points. Figures 4.5d and e depict the amplitude
of the polarization singularities as a function of d and σ respectively. As shown in
Fig. 4.5d, when the hole diameter is increased from 300 nm to 1200 nm, the relative
electric eld amplitude at the positions of the C-points increases, changing by almost
three orders of magnitude for this range of hole sizes. We then x d = 1100 nm, near
where the electric eld amplitude at the C-points is the strongest, and vary the beam
diameter from 1 µm to 8 µm FWHM. We present the results in Fig. 4.5e, where
we observe that increasing the beam diameter has almost no eect on the relative
amplitude of the in-plane electric elds at the C-point position, even though the Cpoints are pushed away from the hole (compare Fig. 4.5c to Fig. 4.5a). Interestingly,
we also observe that changing the beam diameter decreases the amplitude of the outof-plane electric eld component, ATz , relative to the in-plane amplitude, ATxy , at the
position of the C-points (thick solid lines in Fig. 4.5e), in this case by almost two
orders of magnitude over the range of beam sizes that we study. This suggests that it
is possible to tune both the absolute amount of in-plane electric eld amplitude that
is present at the C-point, as well as the ratio of in-plane to out-of-plane amplitude.
Since changing the hole size has a larger eect on the amplitude at the singularity
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Figure 4.5: In-plane electric eld amplitude maps for (a) a 5 µm SPP beam
scattering from an 800 nm hole, (b) a 5 µm SPP beam scattering from an
1100 nm hole, and (c) 2 µm SPP beam scattering from an 800 nm hole. The
locations of C-points in these maps are shown with white open circles, with ve
C-points shown in blue open circles and numbered, to help the reader observe
how their positions depend on d and σ. The eld amplitudes at the positions
of the ve C-points marked in (a), (b), and (c), normalized to the maximum
of the incident in-plane eld amplitude, as a function of (d) hole diameter and
(e) beam diameter. The thick lines in (d) also show the ratio of the in-plane to
out-of-plane electric eld amplitudes at the location of the C-points.
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location than changing the beam diameter, it is likely that the interplay between the
two parameters will allow for the design of systems with large in-plane electric eld
amplitudes at the C-point locations with concurrent small out-of-plane amplitudes.
Such a situation might be desirable, since it is in the in-plane electric eld amplitude
that we look for the C-points.

4.4 Near-eld measurements
Having demonstrated the existence and control of C-points with theoretical simulations of plasmonic scattering events, we now hunt for their existence in experimental
near-eld data. We look for these singularities in data taken from [51], where SPPs
were launched towards a single subwavelength hole of 875 nm perforated in a 200 nm
thick gold lm on a glass substrate. The plasmonic scattering event was imaged with
a home-built near-eld scanning optical microscope, using a heterodyne detection
scheme which allows us to measure both the amplitude and phase of the in-plane eld
components [66]. The eld maps are measured at a height of 20 nm above the sample.
In Fig. 4.6 we show a Axy (r), b ε(r), and c α(r), which we extracted from
the near-eld measurements. The measured in-plane eld amplitude (Fig. 4.6a) is
qualitatively very similar to the calculated in-plane eld amplitude (Fig. 4.4a). In
both the experiments and simulations we observe a strong Gaussian beam overlaid
with parabolic interference fringes. There are, however, some dierences between the
measured and simulated eld maps, which preclude a good quantitative agreement.
Most importantly, in the measurements the hole is not located at the center of the
beam but, as can be seen in Fig. 4.6a, can be found a little to the left. This minor,
relative movement of the hole with respect to the beam, results in both a change to
the relative phases of the electric and magnetic dipoles that describe the plasmonic
scattering event, and a signicant shift to the interference fringes. It is therefore
reasonable to expect that the positions where Es and Ein combine to create C-points
might also change. Second, the measurements contain some unwanted signals, and
noise, which are not included in the simulations. Most obviously, in the measurements
we see non-parabolic interference fringes, for example diagonal fringes to the right of
the beam or horizontal fringes along the incident Gaussian SPPs. We attribute these
fringes mainly to reections that occur outside of the scan area, leading to additional
surface waves. Yet, despite these discrepancies between our measurements and the
calculations, we do see that important features in the calculated elds were reproduced
in the measurements.
We search for the polarization singularities in the map of α(r) where we nd
multiple C-points where isogyres intersect. As was the case in the calculations, the Cpoints observed in our measurements are distributed in columns along the propagation
direction, both to the left and right of the incident beam. Unlike the theory, however,
we observe many more rows of singularities, which we attribute to the presence of
additional (surface) waves. Such additional waves can arise from extra reections, as
noted above, or due to imperfections during the excitation of the original SPP beam.
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Figure 4.6:
Near-eld scanning optical microscopy measurements of the
scattering of SPPs from an 875 nm hole. Maps of (a) the in-plane electric eld
amplitude, (b) ellipticity, and (c) ellipse orientation related to this scattering
event. In all maps we mark C-points with symbols, using blue circles (red
diamonds) for those with a topological charge of −1/2 (1/2). In (b) and (c),
L-lines are shown in thin light blue curves and isogyres in thick black curves.
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In fact, the topological charges of all C-points, other than those in the innermost
row, seem randomly distributed between s = ±1/2. This random distribution of
topological charge hints that these spurious singularities do, indeed, arise from noise
and imperfections in the experiment. In contrast, all C-points in the innermost row,
where the eld amplitude is highest as is the signal-to-noise ratio, carry a topological
charge of s = −1/2, in excellent agreement with the theory.

4.5 Conclusions
In conclusion, we nd phase and polarization singularities in the electric eld distributions that arise from the scattering of SPPs from single subwavelength holes in a gold
lm. These singularities are predicted by our theory and are also observed in neareld scanning optical microscopy measurements, although additional measurements
are required for a quantitative comparison to be possible. We nd that both the phase
and polarization singularities are only found when both the incident and scattered
waves are present and can interfere. Moreover, we show how by controlling the
relative strengths of the incident and scattered waves, we can tune the position of
the singularities, and even increase the eld amplitude at the position of the C-points
by three orders of magnitude. Because this control over the C-points is achievable by
changing easily accessible parameters of the system, such as the hole size or incident
beam diameter, we expect that our results will have importance to future on-chip
applications requiring structured light elds.
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Chapter 5

Creating and Controlling
Polarization Singularities
in Plasmonic Fields

In this chapter, we present the results of our search for the simplest
plasmonic system that contains, and can be used to control, the smallest
optical feature: an optical singularity. Specically, we study the eld around
subwavelength holes in a metal lm, obtained from numerical simulations,
and search for polarization singularities. These can be C-points, at which the
polarization is circular, or L-lines where the polarization is linear. We nd
that, depending on the polarization of the incident light, linear arrangements
of two or three holes are sucient to create a wealth of these singularities.
Moreover, we nd for the two-hole system that C-points are created in
multiples of eight. This can be explained using symmetry arguments and
conservation laws. We are able to determine where these singularities are
created, their charge, and the topology of the eld surrounding them. These
results demonstrate the promise of this plasmonic platform as a tool for
studying and controlling fundamental properties of light elds, and may be
important to applications where control over these properties is required at
the nanoscale.

This chapter is based on A. de Hoogh, L. Kuipers, T.D. Visser and N. Rotenberg, Creating and
Controlling Polarization Singularities in Plasmonic Fields, Photonics 2, 553 (2015).
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5.1 Introduction
Structured light elds, which have long been studied at everyday length scales [14,
17,149151], are increasingly being identied and studied at the nanoscale. That this
transition occurs should not be too surprising, as we can control optical properties at
the nanoscale, such as the speed [21, 152154] and direction [155157] in which light
propagates, simply by engineering the structural geometry. What is surprising is how
long it has taken for this transition to occur. After all, studies of ne structure in light
elds, such as optical singularities, rst appeared almost 70 years ago [30, 37, 158].
Perhaps investigations into the ne structure of nanoscale light elds were delayed
because, initially, researchers were more interested in the macroscopic optical properties of nanopatterned materials, rather than their microscopic eld structure. Studies
of photonic crystal waveguides, where the geometry of a periodic array of holes in a
thin semi-conductor layer determine the properties of the optical modes, are a perfect
example of this phenomenon. Such waveguides were extensively studied for the way
in which they guide light, generating considerable excitement for their ability to both
highly conne light and to slow it down [21,152]. Yet, this very same nanopatterning,
which controls the ow of light, also imprints ne structure onto their nanoscale light
elds. It is only recently that researchers have begun looking into the structured light
elds of photonic crystal waveguides [37, 159], and, through an understanding of this
structure, explaining the origins of the macroscopic behavior of the waveguide [160].
One exciting type of structure in light elds, which we will focus on in this work,
is the optical singularity, and more specically the polarization singularity [14, 151].
As extensively discussed in section 1.2, polarization singularities are amongst the
smallest optical entities: innitesimally small points in space where an aspect of
the polarization of light (such as its handedness or orientation) is undened, and
whose surrounding light elds carry a topological charge. The recent studies of
nanoscale optical singularities have been into the near elds of either highly structured
dielectrics, such as photonic crystal waveguides [37, 144, 161], or the more simple
plasmonic systems such as slits or holes in metal lms [28, 162]. The latter, in
part due to the underlying simplicity of the plasmonic systems, have illuminated
key aspects of nanoscale singular optics and, in general, of light-matter interactions
on the nanoscale. For example, these studies predict the nanoscale spatial evolution
of optical singularities in complex light elds [28], and even oer a glimpse as to how
they can be controlled and manipulated through nanoscale geometry [162]. These
studies suggest that simple plasmonic systems can be used as a platform to study
properties of optical singularities, at the nanoscale.
In this chapter, we set out to nd the simplest plasmonic system where optical
singularities can be created and controlled in a robust fashion. We use rigorous
electromagnetic theory to numerically model the scattering of surface waves from
multiple subwavelength holes in metal lms. We nd that scattering from 2 holes,
which act as dipole sources of surface plasmon polaritons that predominantly radiate
towards each other, is sucient to create light eld distributions that contain polarization singularities. If we rotate the polarization of the incident light such that
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the scattering of the holes is predominantly in the direction orthogonal to the line
containing the holes, then we nd that 3 holes are required to generate polarization
singularities. In other words, we show how using this simple plasmonic platform we
can create and annihilate singularities simply by changing the hole spacing or the
polarization of the excitation beam.

5.2 Polarization singularities in plasmonic elds
As thoroughly discussed in section 1.2, polarization singularities are, by denition,
points where a property of the polarization of a light eld is undened. At the
nanoscale, these singularities can often be found in highly structured elds that arise,
for example, from the interference of the dierent Bloch harmonics that form the
eigenmodes of a photonic crystal waveguide [37, 161], or the interference of incident
and scattered surface plasmon polaritons (SPPs) from a nanoscatterer such as a
subwavelength hole [162].

Plasmonic platform for the study of optical singularities. (a) The
polarization ellipse. (b) Sketch of a plasmonic system that we envision to be used
to study optical singularities on the nanoscale. Multiple holes, each separated
by Λ are arranged along a line on an optically thick metallic lm. Illumination
from the bottom side, in this case at normal incidence with H oriented along
y and E along x, excites dipoles in the holes (in this case, predominately my ),
which radiate SPPs on the top surface of the lm. We look for singularities in
the electric eld distributions that result from the superposition of all the SPP
waves. (c) Same system as in (b), but with the incident illumination rotated by
90 degrees, resulting in an initial response of the holes that is dominated by mx .
In this case, the holes will predominately launch SPPs in the ŷ direction.
Figure 5.1:

At any point in space, the polarization of a monochromatic light eld on a plane (in
this chapter we consider the plane of the sample, the xy -plane) of two eld components
(Ex and Ey ) can be described by an ellipse (described in detail in section 1.2), as shown
in Fig. 5.1a. This ellipse can be parameterized by the ellipticity ε (Eq. 1.8) and the
orientation angle α (Eq. 1.9). The ellipticity, ε, measures the ratio between the short
and long axes of the polarization ellipse, ranging from −1 to 1. When ε = ±1 the
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electric eld is circularly polarized, with the sign denoting the handedness, while ε = 0
corresponds to linear polarization. In the latter case, the handedness of the light eld
is undened, giving rise to L-lines.
Likewise, the orientation of the long axis of the polarization ellipse, α, is measured
from the y -axis towards the x-axis, and it ranges from −π/2 to π/2. If at a point in
space, the orientation of the polarization ellipse α is undened, we nd a C-point.
This type of singularity necessarily occurs at positions where the polarization is
circular (ε = ±1). A C-point occurs when at that location the amplitude of the
two components Ex and Ey are equal, meanwhile their phases are 1/2π out of phase.
The light elds in the vicinity of C-points carry a topological charge (Eq. 1.12). The
topological charge, which is here dened as the integer number of rotations that the
director of the polarization ellipse undergoes as one traverses a closed path around
the feature in a counter-clockwise manner. In this chapter, we will search for C-points
with a topological charge of ±1/2, which come in three generic forms: the star, the
monstar, and the lemon [142].
As noted above, C-points have been recently observed in a simple plasmonic
system, consisting of a single subwavelength hole in a metallic lm (chapter 4 [162]).
In order to obtain structured light elds using a single hole, the excitation scheme is
chosen such that there are still two sources of SPP waves. The complex electric eld
distribution that arises due to the interference of an incident SPP beam, and a wave
of SPPs scattered from the hole, contains many C-points. The disadvantage of the
excitation scheme, however, is that properties of the C-points, such as their positions,
are sensitive to the properties of the incident beam. Slight changes in the size of the
incident beam can, for example, cause the C-point positions to drastically change,
making them hard to study.
Here, we propose to use the plasmonic system sketched out in Fig. 5.1b and c
to largely decouple the properties of the electric eld distribution, and hence of the
C-points, from the incident light. As shown in this gure, our system consists of
an optically thick gold lm that is perforated by multiple subwavelength holes. We
envision shining a weakly focused laser beam on the bottom of the sample to, a. ensure
that only light radiated by the holes can be found on the top surface and, b. ensure
that small changes to the incident beam parameters do not aect the resultant eld
distribution. We then search for C-points in the complex eld distribution that
results from the superposition of the dierent scattered SPPs. An advantage of our
plasmonic system is that the nanoscale optical response of such a subwavelength hole
is now well understood (section 1.4.3), and can be modeled as arising from in-plane
magnetic dipoles (mx , my ) and an out-of-plane electric dipole (pz ), excited at the
hole location [51, 52]. If these dipoles are known, then the electric eld of the SPPs
radiated by the hole can be written as Eq. 1.23.
In this chapter, we will consider a hole with radius d = 400 nm, for which the
zz
electric and magnetic polarizibility of the hole are αE
/d3 = −0.049 + i0.008 and
κκ
3
αH /d = 0.130 + i0.167 (where κ indicates the local in-plane orientation of the magnetic eld) at λ = 1550 nm [52]. At this free-space wavelength, the SPP wavelength
is λspp = 1543 nm. We note that the relative phase of these two polarizabilities is
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largely independent of hole size, and hence we expect that small changes in hole size
(and possibly shape) will mostly lead to a change in the amplitude of the induced
dipoles, and hence the scattered eld, and not to the shape of the scattered eld.
The elds that are incident on the holes, Ein and Hin , which excite the dipoles,
can be due either to the initial free-space beam that is incident on the holes, or the
scattered eld from one hole that arrives at its neighbor. For the initial excitation we
consider two cases, corresponding to orthogonal polarizations of the initial, free-space
excitation beam. If this beam is polarized such that its magnetic eld is oriented
along the y axis (i.e. Hin = Hy ŷ and Ein = Ex x̂), as is shown in Fig. 5.1b, then the
initial response of the hole will be dominated by the my dipole. If we place the holes
on a horizontal line at x = 0 then the initial radiation of SPPs will predominately be
in the x̂ direction, and the holes will, in eect, not `see each other'. Conversely, for
initial excitation using Hin = Hx x̂ and Ein = Ey ŷ , the response will be dominated
by mx , and the holes will predominantly radiate along the axis connecting both holes,
as is shown in Fig. 5.1c. In this case, the interaction of the holes cannot be neglected,
and in this work is accounted for by allowing the scattered eld from any hole to act
as an additional source term for its neighbors (see Appendix D for more details on the
theoretical model and the interaction of the holes).

5.3 Results and Discussion
5.3.1 Two holes
We begin by considering the case shown in Fig. 5.1c, with two holes separated by
Λ = 3.2 µm and the incident polarization chosen such that Hin = Hx x̂ and the holes
interact with each other. The in-plane light eld distribution of the SPPs, 20 nm
above the gold surface, is presented in Fig. 5.2a where, in addition to the electric eld
amplitude, we also depict the ellipticity and orientation distributions. We observe in
the eld amplitude map that the scattering of SPPs is directional, with most of the
light owing in the ±ŷ direction, as expected for holes primarily characterized by mx
dipoles. Furthermore, in this amplitude map, we observe side lobes, whose angular
position is determined by the interference of the SPPs radiated by the two holes.
We note that, as shown in Eq. 1.23, the plasmonic eld simply decays exponentially
with z , and hence underline that only the amplitude, but not ε or α, of the eld
distributions shown in these maps depends on height. Near the hole, however, other
elds, such as cylindrical waves [163] can be present, aecting the eld distributions.
We hunt for C-points, in the plasmonic eld radiated by the holes, by looking at
the α map (Fig. 5.2a last pane). In this map, we follow isogyres - lines of constant α,
shown with black curves - to their intersections, where α is necessarily undened, and
a C-point is found. For the scattering event shown in Fig. 5.2a we nd 16 C-points
that are roughly arranged in an ellipse, with the holes at the tip of the long axis. It is
interesting that even such a simple system, with only 2 holes, can contain such a large
number of singularities, and it is particularly useful that some C-points can be almost
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Light eld maps for dierent plasmonic systems. (a) The in-plane
electric eld amplitude map, along with zoomed in maps of the ellipticity and
orientation of the polarization ellipse, for two holes separated by 3.2 µm, with
initial excitation Hxin . In the eld amplitude map, we draw two curves, (I) an
ellipse and (II) two parabolas, along which we nd polarization singularities. In
this gure, we see C-points along I only, and we color code them according to
their topological charge, with blue being +1/2 and red −1/2. We also present ε
and α maps in a smaller region of the central area around the holes. For ε we
mark the L-lines with solid curves, while for α we likewise show the isogyres. (b)
α maps, with C-points marked in solid symbols as in (a), for dierent Λ, ranging
from 0.70 µm, where we see no C-points, to 4.40 µm, where we see 28 C-points
(24 on I and 4 on II ) in our eld of view. The last frame shows the case of
Λ = 3.2 µm for Hyin excitation.
Figure 5.2:
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2 µm away from the holes. Such relatively large separations are desirable since, near
the hole aforementioned cylindrical waves might aect the eld distributions.
We nd the singularities in pairs, where each pair contains one singularity with a
topological charge (Eq. 1.12) of +1/2 and one of −1/2, which we mark with blue and
red symbols, respectively. Hence, the total topological charge of the light eld is zero.
Having established that, with just 2 subwavelength holes, we can create electric
eld distributions that contain multiple C-points, we set out to test the tunability
of our system. We begin by varying the separations of the holes, Λ, from 0.6 to
5.0 µm, and calculating the resulting electric eld distributions. In Fig. 5.2b we show
a selection of the resultant α maps, in order of increasing Λ. From these images, it is
immediately clear that simply changing Λ can greatly aect the resultant light elds,
and in particular we note that the complexity of the α maps increases with larger
hole separations.
Moreover, we observe a dramatic change to the number of C-points that can be
found in each map (Fig. 5.2b). For example, for Λ = 0.6 µm we do not nd any
C-points, while for Λ = 1.8 µm we nd 8 C-points, and for Λ = 3.6 µm we nd 16 Cpoints, and so on. This trend is summarized in Fig. 5.3, where it is clear that we nd
plateaus of Λ where the number of C-points present in the electric eld distribution is
a constant multiple of eight. Moreover, in all these cases, the C-points are found on

Number of C-points in our eld of view, for the plasmonic system
introduced in Fig. 5.2, as a function of Λ, showing clear plateaus of multiples of
8. Both the C-points found along curve I are shown (in red), as are those along
curves II (in blue).
Figure 5.3:

the ellipse described above, and which we sketch out in Fig. 5.2a and mark by curve I .
The discrete step size (8 singularities) with which C-points appear can be understood
as follows: our plasmonic system has two axes of symmetry (x = 0 and y = 0),
which lead to a four-fold symmetry of the scattered SPP elds (as is evident from the
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consideration of a single hole, in Eq. 1.23). Hence, we expect that if the singularities
are created away from the symmetry axes, as is the case here, they will appear at 4
locations simultaneously. Moreover, at each position of creation, 2 singularities with
opposite charge must be created, otherwise either the symmetry of our system or the
conservation of charge will be violated. Hence, during a creation event, the symmetry
of our system and conservation of charge dictate that a total of 8 new C-points appear.
Interestingly, the width of each plateau is ∼ λsp , perhaps because, for multiple holes,
this would be the threshold for diraction orders to appear.
In the α maps presented in Fig. 5.2b and in Fig. 5.3 we observe that something
interesting occurs near transitions when the number of C-points increases. The
transition is, in fact, not straight from n to n + 8 C-points. Rather, at rst when a
transition occurs, several extra C-points appear, which then disappear when the new,
n + 8 plateau is reached. For example, when Λ = 2.55 µm (Fig. 5.2b, last image in
the top row), we observe 20 C-points, and not the 16 of the plateau (e.g. Λ = 3.8 µm,
Fig. 5.2b, rst image bottom row). Interestingly, these `extra' C-points are always
found outside of the main C-point ellipse, on curve II as marked in Fig. 5.2a, and
rst appear far away, at large y values. These extra C-points then move closer and
closer to the holes, until after the creation event when, continuing on curve II , they
again move out of our eld of view. Interestingly, unlike the C-points found in curve
I , the `extra' C-points on curves II seem to violate the symmetry and conservation of
charge argument. We envision that the missing C-points might lie outside of the eld
of view. The creation of C-points will be discussed in more detail, in section 5.3.3.
Finally, we recall that it is also possible to change the excitation beam, such
that Hin = Hy ŷ , corresponding to the last pane of Fig. 5.2b. In this case, the
incident beam will predominantly excite the my dipole in the holes, and they will not
interact. As expected for this incident polarization, SPPs are radiated by the holes
predominantly in the ±x̂ directions. More importantly, in the α maps, an example of
which is shown in the last image in the bottom row of Fig. 5.2b for Λ = 3.2 µm, we nd
no C-points. This is true for the entire range of Λ's that we investigate (up to Λ = 0.6
to 5.0 µm). That is, 2 plasmonic holes that, initially, scatter SPPs perpendicularly
to the line on which they lie are not sucient to create electric eld distributions
that support C-points. Moreover, using a two hole plasmonic system it is therefore
possible to create and annihilate C-points simply by rotating the polarization of the
excitation beam.

5.3.2 Three holes
It is, of course, also possible to increase the number of holes in the gold lm. We can
preserve the symmetry of our system, even as we add holes, by placing the additional
holes on the x = 0 line, along with the original 2 holes. The additional holes act
as extra sources of SPPs, both initially or from secondary scattering events in the
case of hole-hole interactions, resulting in more complex eld distributions. We show
examples of such elds (including the amplitude, ε and α), for the case of 3 holes
separated by Λ = 3.2 µm, for initial excitation using Hxin in Fig. 5.4a and Hyin in
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Fig. 5.4b.
In these, we observe that the directionality of the scattering is still determined
by the excitation - with SPPs being radiated primarily in the ±ŷ direction for Hxin
excitation, and vice versa - but that many more side lobes arise in comparison to the
eld proles created by the two plasmonic holes (Fig. 5.2a).

Light elds around 3 holes. Field amplitude, ε and α maps for
3 holes with 3.2 µm separations when the incident response of the holes is
dominated by (a) mx and (b) my dipoles. Both sets of maps clearly contain
many C-points.

Figure 5.4:

Given the increased complexity of the electric eld distribution for the 3 hole
systems, we could expect to nd additional C-points therein, relative to the case
when only 2 holes were present. In fact, investigating the eld maps for both the 2
and 3 hole systems reveals that this is the case: for example, for the two hole system
with Λ = 3.2 µm (Fig. 5.2a) we observed 16 C-points, while for the same Λ, when
Hin = Hx x̂ (Fig. 5.4a), we now observe 56 C-points. Moreover, we see that when 3
holes are present, we nd C-points at greater distances from the holes, particularly in
the x̂ direction. In essence, the SPPs scattered from the two outer holes can interfere
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with the eld from the middle hole, at relatively large distances directly above (or
below, |x| > 0) it, to create circularly polarized light.
Interestingly and in contrast to the case when only 2 holes were present, with
3 holes we observe C-points even for Hin = Hy ŷ excitation, where the holes do
not radiate towards each other. In Fig. 5.4b, for example, we nd 24 C-points,
which is comparable to the number of C-points found for only 2 holes under Hin =
Hx x̂ excitation at this separation. It is clear that, regardless of the excitation
eld orientation, light elds containing polarization singularities can be created with
relatively few such sources.

5.3.3 Creation and annihilation of C-points
The simple way in which our plasmonic system can be used to create light elds
that contain polarization singularities, and more specically, how nanoscale geometry
controls these features, allows it to be used as a platform to study properties of these
C-points. As a demonstration, we focus on the creation of C-points and study the
evolution of the light elds as new singularities appear due to changes in geometry.
Specically, we consider the situation rst shown in Figs. 5.2b and 5.3 where, near
Λ = 2.5 µm, new C-points appear.
When Λ = 2.7 µm (eld amplitude and polarization maps in Fig. 5.5a), the
transition from 8 to 16 C-points on curve I has been completed. At Λ = 2.7 µm,
we observe that the 16 C-points are arranged nicely along an elliptical curve, and are
found in pairs of opposite charge where, in each pair, one C-point is found where ε = 1
and the other where ε = −1. As we learned, from Fig. 5.2, the new C-points appear
near the holes, and so we now focus on a small area near the leftmost hole, as marked
by the red rectangle in the α map (frame 3) of Fig. 5.5a, and study the evolution of the
light elds, as the C-point pair shown in this volume appear (Fig. 5.5b). Due to the
fastly changing polarizations as a function of position, extra close-ups are provided
on the important areas.
At hole separations before the appearance of the new C-point pair, for example
at Λ = 2.52 µm as shown in the rst pane of Fig. 5.5b, we observe no points where
α is undened, in our region of interest. At Λ = 2.53 µm (second frame, Fig. 5.5b),
however, something interesting occurs. This small change of separation, from 2.52 to
2.53 µm, is not enough to cause C-points to appear (at least, not within the resolution
of our calculations), but it is enough to cause a point to appear in the α map, where
the orientation is somewhat jumbled. As we see from the subsequent frames, it is
from this point that the light elds that contain the C-points evolve.
In fact, a further small increase in separation, to Λ = 2.55 µm (third frame,
Fig. 5.5b) is sucient to make C-points clearly visible in the polarization maps. We
mark these with blue and red circles, and note that they carry a topological charge of
+1/2 and −1/2, respectively, ensuring that the total topological charge of the light
eld is conserved in this creation process. Interestingly, both C-points are formed
in regions where ε = −1; that is, although the C-points carry opposite charge, the
light elds in their vicinities have only one handedness. This situation remains even
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for Λ = 2.60 µm (fourth frame, Fig. 5.5b), although as Λ increases, so too does the
separation between the new C-points.
By Λ = 2.70 µm (last frame, Fig. 5.5b), the C-points are well separated and,
interestingly, can now be found in regions of opposite handedness. The ip in handedness of the eld in the area of the bottom C-point is interesting because, for this to
occur it seems as though the C-point must cross an L-line; this view is supported by
Fig. 5.5b, where up to separations of 2.60 µm there is no L-line between the C-points,
while it is clearly there when Λ = 2.70 µm. Such a crossing of a C-point and an L-line
is, in fact, not possible, since on the L-line the polarization of the light is linear, and
hence has a well dened orientation α. Consequently, a C-point cannot be found on
an L-line.
A closer look at the evolution of the C-points after their creation, in high resolution
simulations allows us to determine how the handedness of the bottom C-point in
Fig. 5.5b ips. Initially, in the region shown in the gure we observe two C-points
on elds characterized by ε = −1. Outside our eld of view, below the y axis,
the situation is reversed, and two C-point on elds where ε = 1 were created.
The handedness of the eld underlying each singularity is, in fact, unchanged as
the singularity moves due to a tuning of Λ. Rather, as Λ is increased the two Cpoints closest to the y axis the one above, in our eld of view, and the one below,
switch partner singularities. Once this switch occurs, at roughly Λ = 2.64 µm, each
singularity pair contains elds of both handedness, which are separated by an L-line.
We emphasize that, during this rearrangement, no C-points are created or annihilated
and the way that the C-points switch their partner singularity can be found in the
next section.
Further, for the Λ = 2.70 µm frame in Fig. 5.5b, we trace the lines of constant α
in the vicinity of the C-points to identify the type of singularity. We see that the top
singularity is a star type C-point, identied by the 3-fold symmetric straight lines that
radiate away from the singularity, while the bottom point is monstar C-point, where
again 3 straight lines radiate away from the singularity, though without the 3-fold
symmetry of the star. Interestingly, when further increasing Λ to, for example, 3.0 µm,
we observe that the bottom C-point has transformed from a monstar to a lemon type
C-point, further discussed in the next section. The evolution of the singularities, from
the creation of a star-monstar pair to the subsequent transformation of the monstar
to a lemon, conrms earlier predictions of this event [144].

5.3.4 Evolution of the C-point after creation
There are several interesting facets to the evolution of the C-points after their creation.
Two of these facets are that one of the C-points appears to cross an L-line, and that
this singularity also changes its class, from the monstar to the lemon type C-point.
Although both of these events occur for the same C-point (the bottom one in Fig. 5b,
which has a charge +1/2), they occur for dierent hole separations and hence we will
discuss them separately.
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Evolution of the electric eld leading to the creation of C-point
pairs. (a) The in-plane electric eld amplitude map, along with zoomed in maps
of the ellipticity and orientation of the polarization ellipse, for two holes separated
by 2.7 µm, with initial excitation Hxin . In the ε and α maps we mark the
locations of the C-points. For α, we also overlay the color map with vectors
aligned along the direction of the long axis, indicated by arrows to also include
relative phase information. Additionally, the region that contains the 2 C-points
whose creation we investigate, is marked in the α map. (b) The spatial evolution
of ε and α for Λ = 2.52 to 2.70 µm, in the region marked in (a). In all panes
we show the outlines of the holes, which scans through the eld of view with the
change to Λ. In all panes, we also show the nal positions of the 2 C-points (for
Λ = 2.7 µm). For Λ = 2.53 µm, we mark the location where changes in the α
map herald the formation of the C-points, which we subsequently also mark for
larger separations. Finally, for Λ = 2.70, we also trace out the lines of constant
α leading to the singularity, observing that the top C-point is star singularity,
while the bottom C-point is of the monstar variety.
Figure 5.5:
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Handedness
Firstly, although in Fig. 5.5 the C-point appears to cross an L-line for a Λ value
somewhere between 2.60 and 2.70 µm, this is misleading. In fact, at every point
in space and for every geometry that we consider the polarization of the light is well
dened. That is, on an L-line singularity the polarization is linear and hence a C-point
cannot exist on such a line. As discussed in the previous section, there is no crossing
of the L-line, and what happens is that after the creation event, as Λ increase, the
C-point pairs rearrange themselves so that each pair contains singularities with both
handedness.
Initially, as shown in Fig. 5.5 at each point where a pair of C-points is created both
have the same handedness. In the zoomed in region that we considered in Fig. 5.5,
both C-points were located in elds with ε = −1 (see, for example, Λ = 2.60 µm in
Fig. 5.5). This situation, where each singularity pair has elds of only one handedness
is shown again in Fig. 5.6, in the large ε and α maps at Λ = 2.63 µm. As can be
seen in this gure, the singularity pairs separated by the y axis are on elds with
opposite handedness. This arrangement is clear in the zoomed in region, which spans
contains both positive and negative x values, and in which we see, at Λ = 2.63 µm,
one singularity on ε = −1 elds (for x > 0) and one on ε = 1 elds (for x < 0). As
expected, these singularities are separated by an L-line.
A slight change of Λ causes the position of the C-points to shift. At a hole
separation of 2.64 µm, the two C-points in our region of interest can both be found
at the same x position, and are very close to each other in y . In fact, as can be
observed in the middle frame of Fig. 5.6, they are only separated by a few pixels. A
further minor increase of Λ to 2.65 µm, further shifts the position of the C-points. In
fact, by this hole separation, these two C-points complete their crossing and now the
singularity characterized by ε = −1 is found on the bottom half of the gure, while
the one with ε = 1 is found in the top half. Peculiar is that during the C-point pair
rearrangement, the four-fold symmetry of the system seems to be violated. So far we
have not found a clear explanation for this. Interestingly, a change of hole separation
of only 20 nm has caused an exchange of 2 C-points and a formation of new pairs,
such that the new pairs contain elds of both handedness. Further increases in Λ up
to Λ ≈ 4.2 result in the new pairs moving away from the holes, as is shown in Fig. 5.2,
but do not result in more exchanges of singularities between the C-point pairs.

C-point type
Secondly, as mentioned previously, increasing Λ causes one of the C-points to change
its type, morphing from a monstar to a lemon type singularity. This C-point is, in
fact, the same one that we studied when considering the handedness change of the
underlying elds, in the previous section. Here, we continue to examine the elds
in the vicinity of this singularity, starting from the case when Λ = 2.7 µm. As we
showed in the last frame of Fig. 5.5b, and again here in the rst frame of Fig. 5.7, the
bottom C-point is identiable at this hole separation as a monstar type singularity by
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Calculated ε and α maps showing the rearrangement of the C-points
leading to the nal pairings of Fig. 5.5 . At a hole separation of Λ = 2.63 µm,
which is shown in the rst frame, the newly created singularity pairs have only
one handedness per pair. The zoomed in region, which is marked by a black
rectangle (which in turn is indicated by the arrow) in the large image, contains
one C-point from the top pair (on ε = −1 elds) and one from the bottom pair
(on ε = 1 elds), separated by an L-line (blue curve). At Λ = 2.64 µm the Cpoints have moved so that they are located at the same x position, and are only
slightly separated in y (by an L-line). At Λ = 2.65 µm, the C-points have passed
each other, and the C-point with ε = 1 elds is found x > 0, while the other,
with ε = 1 is located at x < 0. Note the extremely small pixel size required to
resolve this event.
Figure 5.6:
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Calculated ε and α maps showing the metamorphosis of the bottom
C-point from a monstar type singularity to a lemon type singularity. The Cpoints are marked in all maps by red (charge of −1/2) or blue (charge of +1/2)
symbols. In the ε maps we also mark the L-lines with the solid blue curve. In
the α maps we use the small arrows to show the orientation of the long axis of
the polarization ellipse and the relative phase, at every point in space. Lines of
constant ellipse orientation in the vicinity of the C-points, which we mark with
solid curves, allow us to identify the type of singularity. The top (red) C-point
is a star type singularity in all frames, while the bottom C-point morphs from a
monstar singularity (Λ = 2.7 and 2.8 µm) to a lemon singularity (Λ = 2.9 and
3.0 µm). The eld of view is the same as that of Fig. 5.5b.
Figure 5.7:
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the 3 straight lines that radiate away from it, all in the positive x direction (upwards
in the gure).
In contrast, the uppermost C-point (red singularity) is a star type singularity,
which is also characterized by 3 straight lines of polarization orientation that, in
this case, show a three-fold symmetry. This upper most singularity remains a star
singularity when Λ is changed.
In contrast to the upper singularity, whose type is constant, in Fig. 5.7 we see
the C-point changes as Λ is increased. We can follow this change by considering the
orientation of the polarization of the light near this C-point, which we trace with
a solid curve to aid the reader. From these traces we can see that the C-point is
initially, at Λ = 2.7 µm a monstar singularity, which is characterized by 3 straight
lines of constant α that, in this case, are all found above (in the positive x direction)
the singularity. Increasing Λ to 2.8 µm causes these lines to rotate somewhat, but
the singularity remains a monstar singularity.
Further increasing Λ to 2.9 µm causes a rather more dramatic change to the local
eld distributions. Specically, the left and right most lines of constant α no longer
meet at the C-point, but now connect to each other behind (in the positive y direction)
the singularity. Furthermore, the line of constant α that, for smaller values of Λ used
to point in the positive x direction (upwards), has rotated by 90 degrees in a counterclockwise direction, and now runs along the negative y direction (to the left). The
overall pattern of these elds near the singularity shows that it is no longer a monstar
type C-point, but is now a lemon. Further increasing Λ slightly changes the details
of the eld near the singularity but (for example for Λ = 3.0 µm) it remains a lemon
type singularity.

5.4 Conclusions and outlook
In this chapter, we present a new plasmonic platform that can be used to study
polarization singularities in nanoscale light elds: an arrangement of multiple subwavelength holes on optically thick metal lms. We show that depending on the
polarization of the excitation beam, 2 or 3 holes are sucient to create light elds
with C-points. Moreover, we demonstrate that these light elds are intimately linked
to the exact geometry of the system, and that small changes in the hole separations
are enough to create or annihilate many C-points. In fact, in the case of a system of
2 plasmonic holes, we observe large plateaus of integer multiples of 8 C-points in the
light elds as a function of the inter-hole separations, with sharp transitions where
additional C-points occur only for a limited range of separation before disappearing
again. Finally, we show that using this system we are able to study the evolution
of the light eld during one of these creation transitions. We focus on the transition
from 16 to 24 C-points, for 2 holes, which occurs for hole separations of about 2.5 µm,
where we can pinpoint the location where the creation occurs, as well as the type of
C-points created, and the underlying helicities of the local light elds.
In conclusion, our results open up a new system where fundamental properties
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of light elds can be studied at length scales compatible with near-eld microscopy
techniques [37, 65, 161, 164]. Moreover, many recent nanophotonic applications, from
biosensing using chiral elds [165] to on-chip control of dipole emission [22, 166] for
quantum optics, rely on highly structured local light elds near nanoscopic structures.
In these applications, the ne structure of near elds is used to control the interaction
of the nanophotonic structure with a nearby objects, be it a molecule or emitter. Our
system, therefore, oers another approach to creating, and studying, such light elds,
and may therefore be of interest as a route towards new technologies.

92

Appendix A

Fabrication of plasmonic
nanowires and numerical
calculations of their modes

As mentioned in section 1.4.4, plasmonic nanowires are interesting candidates for
guidance of light at the nanoscale. Here, we provide the details of the fabrication
of plasmonic nanowires and the numerical simulations to analyze their modes. The
radial-like nature of the elds of this mode, makes it challenging to directly couple a
Gaussian laser beam to the plasmonic mode supported by the nanowire, due to the
low modal overlap. It has been demonstrated, that it is possible to eciently couple
free-space radiation to a 5 µm wide rectangular Au waveguide, rst using a grating
to excite glass-Au interface SPPs. By gradually narrowing down the width of the
waveguide along a taper, the mode was subsequently adiabatically transformed to
nanowire SPPs [90] [53].

Electron beam lithography
Gold nanowires were fabricated on a glass surface using electron-beam lithography.
Next, Au is evaporated onto the sample through resistive heating, resulting in improved uniformity and smoothness of the layer. The detailed process of e-beam
lithography is illustrated in g. A.1a and consists of the following steps.
1. Substrate pre-cleaning
Plain UV-grade quartz glass substrates of 1x1 inch with a thickness of 1 mm are
cleaned following a standard base piranha procedure. Samples are rst sonicated in
demineralized H2 O (dH2 O) in a Teon basket. A beaker is lled with 5 parts water
and 1 part N H4 OH and heated up to 75 degrees Celsius under constant magnetic
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Figure A.1: Fabrication of a plasmonic nanowire. (a) The fabrication procedure
using electron-beam lithography. After sample cleaning, a 1 mm thick BK7
glass substate is spincoated with a monolayer HMDS, a 180 nm thick layer ZEP520 eventually covered with a thin e-spacer layer [1]. A 20 kV electron beam
illuminates patterns into the three layers and the sample is developed [2] An
argon etch is applied under vacuum conditions before gold is evaporated onto
the sample with a uniform layer thickness of approximately 50 nm [3] During
the lift-o process the resist with gold on top of it is washed away, only gold
that was evaporated on the glass resists [4] (b) Schematic representation of the
gold structure, consisting of a hole array with a periodicity optimized to couple
λ = 1500 nm free-space light at the Au glass interface to the SPPs, a taper then
gradually connes the SPPs from a 5 µm wide waveguide to the desired nanowire
width of 10's to 100's of nm wide. (c) Scanning-electron microscopy images of a
plasmonic nanowire with w=150 nm.

stirring. Addition of 1 part H2 O2 and reheating to 75 degrees Celsius activates the
base piranha and samples are cleaned for 15 minutes followed by two rinsing steps
in a beaker with dH2 O and isopropanol respectively. The glass substrates are then
dried with N2 .
2. E-beam lithography and development
For the lithography process the positive tone e-beam resist ZEP-520 is chosen for its
high resolution and etch resistance (after exposure and development the illuminated
areas are washed away while the unexposed resists remains). A monolayer of HMDS
is rst spun onto the piranha cleaned glass substrate for improvement of resist wetting
and adhesion by the formation of a hydrophobic surface. The resist is diluted with
anisole in a ratio of 5:2 and subsequently spun on top of the monolayer for 45 s
at 2000 rpm. A uniform 170 nm thick polymer layer is obtained as measured with
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prolometry. A layer of e-spacer is then spun to cover the ZEP-520 layer. E-spacer is
a conductive polymer, allowing us to perform e-beam lithography without charging
the sample. An area dose is used for the entire nanowire structure, with a dose of
50 − 60 µC/m2 and 60 − 72 µC/m2 for the hole array and the taper respectively. An
optimal dose for the nanowire was established of between 50 − 600 µC/m2 , dependent
on the nanowire width. After exposure the sample is developed: rst, the sample is
rinsed for 60 seconds in a beaker lled with dH2 0. After this the sample is dipped
into another beaker containing dH2 0 and blowed dry thoroughly with an N2 gun.
To ensure a completely dehydrated surface a new pair of tweezers is used to rinse
the sample in N-amyl acetate for 1-2 minutes, followed by a 15 s rinse in an Methyl
isobutyl ketone : Isopropylalcohol (MIBK:IPA) solution in ratio 9:1. Finally the
sample is rinsed in IPA for another 15 seconds.
3. Gold evaporation
The sample is mounted in a vacuum chamber with a pressure of 6.5 · 10−6 mbar.
Prior to the gold evaporation, the sample is subjected to a 5 min Argon etch for a
better adhesivity. Gold is then thermally evaporated over the complete sample with a
deposition rate of 0.6 Ås−1 . With a prolometer the obtained thickness is determined
to be 50 nm ± 5 nm after the lift-o process.
4. Lift-o process
During a lift-o process the resist and gold left-overs are removed in Methylpyrrolidone
(NMP) at 65 degrees C for approximately 4 hours, followed by a rinsing step in acetone
and IPA respectively at room temperature. The sample is then dried with the N2
gun. The resulting nanowires are characterized with a scanning electron microscope
(SEM).
Figure A.1b shows the entire structure consisting of a nanowire, a waveguide
taper and a hole array. We fabricated double structures, where each 50 µm long wire
connects 2 tapers and hole arrays on each side. This fabrication scheme simplied
the lift-o procedure. SEM images of a typical fabricated nanowire is presented in
g. A.1c.

Simulations of gold nanowires
For the numerical modeling of plasmonic nanowires in this thesis, we have used a two
dimensional mode analysis using a nite element method implemented in COMSOL
multiphysics. A box with sizes of 20 × 20 µm is chosen, divided into a glass and air
region, all surrounded by perfectly matched layers (PML) as illustrated in g. A.2.
A cross-section of the rectangular gold nanowire is placed on the glass surface, in
the middle of the box. The refractive index of air and glass were taken 1.0 and 1.5
respectively, the properties of gold were taken from literature [50]. A complicated
mesh design is established to reach convergence over the eective mode index. At
the edges of the nanowire, in g. A.2 indicated with red lines, a maximum element
size is taken of 0.1 nm, growing up to a maximum element size of 10 nm within
the core of the nanowire (area 9 in g. A.2). The surrounding air and glass regions
(area 6 and 7 in g. A.2) contain elements no larger than 2000 nm. Typically, to
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reach convergence, the rule of thumb for the maximum element size is one fth of
the free-space wavelength. In this thesis, the largest free-space wavelength used in
these simulations is 1550 nm. Due to a very ne mesh design at the edges of the
nanowire, and a gradual increase of the element size away from the nanowire, the
model converges despite a maximum element size larger than the rule of thumb. This
design gives a high resolution in the area of interest, where the elds are highest. The
electric and magnetic elds are normalized by the total energy in the system.

Figure A.2: Geometry of the simulation box (left) and the nanowire (close-up
right). The width of the nanowire w is varied, whereas the height h is kept
constant at 50 nm. The numbers indicate dierent simulation areas in the box.
Each area is dened with material properties air, glass or Au, where the latter
is taken from literature [50].
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Appendix B

Scattering of SPPs guided
on plasmonic nanowires

In Chapter 2 we mentioned that the fundamental SPPs cannot be used as a reference
to the harmonic intensities. In this appendix we provide the results which explain
why the quantitative analysis of the scattered IR SPPs is not feasible and we discuss
potential alternative strategies to use a reference to the harmonic intensities. Figure
B.1a shows a IR camera image of a typical structure, taken by the diuse illumination
of the sample with a 1500 nm LED. The outlines of the hole array, taper and nanowire
are marked by red lines to guide the eye. Next, a 170 nm wide NW is excited by
illumination of a hole array with p-polarized light (λω = 1550 nm) which excites
SPPs in the nanowire. In Fig. B.1b IR images are presented in which the hole array
is illuminated with a low (left) and high (right) incident laser power. The illumination
spot on the hole array is bright (spot size FWHM ≈ 3 µm), even for a low incident
power and no light is observed scattering from the nanowire. The tail from the
incident Gaussian beam is sucient to mask the scattering from the NW.
SPPs(ω ) are expected to scatter from surface roughness without a clear preferential
polarization. Hence, cross-polarized detection allows us to image the scattering of the
fundamental SPPs from the NWs by eectively suppressing the background due to
the illumination spot by at least two orders of magnitude. In Fig. B.1c an image is
shown of the entire structure when the incident illumination Iin is p-polarized light,
and the scattered signal Iout is detected with a perpendicular polarization. The insets
show a close-up of the IR signal of the rst ≈ 20 µm of the NW for p-polarized and
s-polarized illumination. In both cases the detected light Iout is cross-polarized to
the illumination Iin , as indicated by the red arrows. With cross polarization we
demonstrate that when we excite SPPs by illumination with p-polarized light (top
panel) we observe a small fraction of light scattering from the nanowire. Contrary,
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Figure B.1: Imaging fundamental SPPs scattering from a 170 nm wide NW.
(a) Camera image of the hole array, taper and NW with red outlines of these
elements to guide the eye. (b) IR signal from the hole array and NW using ppolarized light with a low (left) and high (right) laser power. (c) Cross-polarized
IR signal from the hole array and NW using p-polarized and s-polarized incident
illumination. We detect light Iout with a polarization that is perpendicular to
the incident light. Thus we lter out most of the illumination spot Iin . In the
insets we show close ups of the wire, where only p-polarized light results in a
measurable IR signal from the NW.
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with s-polarized light no nanowire SPPs are excited and consequently no light is
observed to scatter from the nanowire.

Figure B.2: IR light scattering from various nanowires including the excitation
hole array, where the widths of the NW range from w=90 nm - 530 nm. Red
outlines as shown in Fig B.1a are used to mark the position of the NW and
launching structures. For NWs wider than 120 nm, light is observed scattering
from the NW (indicated by red arrows). Wider wires show scattered IR signal
over a longer range, ultimately allowing a small fraction to scatter out through
the second hole array.

We image the scattering of fundamental SPPs from all NWs from which harmonic
decay lengths were derived in chapter 2. In each case, the left hole array is illuminated
with p-polarized light. A typical result for each NW width is shown in Fig. B.2, from
which several observations can be made. First, wider NWs support SPPs with longer
propagation lengths, in accordance with simulations and near-eld measurements
(presented in Fig. 2.3). This can be seen by bright features, indicated for each
NW by red arrows that reach further on the NW for wider wires. The rst clear
observation of IR light from the end of the taper can be seen for w = 120 nm,
where a single clear hotspot is observed (red arrow in Fig. B.2b). For wider wires,
the signal extends further along the NW, eventually reaching the far taper. For
instance, for a w = 220 nm wide NW we observe a faint IR signal on the edge of
the right taper, suggesting that a fraction of the SPPs propagates over the entire
50 µm long NW and then scatter from the edges of the taper. In the extreme case of
w = 530 nm, a small part of the SPPs are even adiabatically converted back along the
entire right taper, to be scattered out by the second (right) hole array. Altogether,
these images demonstrate that scattered fundamental SPPs can be detected by an
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IR camera and that their propagation lengths depend on the NW width, as expected
from simulations.
Second, we observe that the illumination spot dominates our IR images, even
when we use cross-polarized detection. We observe diraction circles that originate
from the location of the focal spot on the hole array. These circles also cross the
NW. Furthermore, stray light can be observed in several images that can even reach
the far taper. This is most clearly visible for w = 220 nm, indicated by a yellow
arrow. We were not able to nd the origin of this stray light. Hence, while we can
use these images to observe the expected trend between propagation lengths of the
fundamental SPPs and NW width, the presence of incident and stray light prevents
us from using them for a more quantitative comparison with the harmonic maps
presented in Chapter 2.
Several other strategies could potentially be used as a reference to the harmonic
intensities. For instance, a logical step would be to perform linear measurements
at the wavelengths of the second and third harmonics (i.e. the hole array will be
illuminated with 775 nm and 517 nm respectively). The comparison of the intensity
along the wire of the linear and nonlinear measurement, at the same wavelength, could
provide useful information about the eciency of harmonic generation. Due to short
propagation lengths of SPPs at the visible wavelengths even in the adiabatic taper,
the linear SPPs at 2ω and 3ω would already be so attenuated after propagation to
the end of the taper, that no detectable signal would propagate along the nanowire.
Another strategy could be to use the third-harmonic signal as a reference for the
second-harmonic signal. The propagation length of SPPs at 3ω are only ≈ 30 nm,
(dependent on the nanowire width) and hence the third harmonic could, in principle,
act as a local probe for the fundamental intensity when the cubic intensity relation
is taken into account. However, at the safe powers, where we do not damage the
nanowires irreversibly, the third-harmonic signal is very low, and process I for its
generation typically overshadows process II and III, resulting in a nite number of
very bright 3ω spots. As a result, no exponential decay can be tted to the signal
and hence, the 3ω signal cannot be used as a reliable local probe for the fundamental
intensity.
Other methods from which we could get more information about the fundamental
behavior on the nanowire exist, which exploit leaky modes. However, with the
exception of a small range in nanowire width and for the fundamental frequency only,
all involved modes are not leaky: so without scattering at imperfections they cannot
radiate to the far eld. Nevertheless, increasing the NA of the collection, e.g., through
the use of an oil-immersion objective, would probably increase the collection eciency.
Such an increase would facilitate future experiments. Near-eld experiments are, in
principle, also feasible at the harmonic frequency, but they suer greatly from low
collection eciencies.
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Appendix C

Statistical analysis of the
second-harmonic decay
length

In Chapter 2 we have determined decay lengths of the second-harmonic intensity from
the camera images. The decay lengths from nominally identical nanowires were then
averaged. The detailed statistical analysis is described in this appendix.
To extract the decay lengths of the SH signal for each NW, we process our images
as follows. First, to obtain the SH signal for one position along the NW, we integrate
the signal in the 2D images over 6 pixels across the nanowire width. Figure C.1 shows
the spatial distributions of the SH signal for four dierent NWs with nominally the
same dimensions (which is the same dataset as presented in g. 2.3b in Chapter 2)
on a linear scale (top) and a semi-log y scale (bottom). As discussed in the results
of Chapter 2 the distributions evaluated on a linear scale exhibit sharp and clear
peaks. These peaks originate from generated harmonics at local hotspots. Conversely,
evaluated on a semi-log scale (bottom frame of Fig. C.1) these peaks do not appear
as dominant. However, as we discuss in Chapter 2, exponential decay associated with
processes II and III (see Fig. 2.3b of Chapter 2) is more readily recognizable than on
a linear scale.
For each structure we measured the SH yield using three or more dierent powers.
This was done both to collect sucient data, and to ensure that the structures were
not physically damaged by the laser. For the statistical analysis, all curves from
the measured powers for a certain structure are plotted in one graph. For example,
in Fig. C.2 all measured power curves are plotted for the NW represented by the
blue curve in Fig. C.1. Subsequently, a t area is selected, marked by the vertical
dashed gray lines, hereby limiting our analysis to regions where process II and III
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Measured SH Yield for four 90 nm wide NWs. The NW begins
at x = 0 µm The SH yield is shown on a linear scale (top graph) and a log y
scale (bottom). The peaks in SH yield resulting from local plasmonic hotspots
on imperfections become less visible on the log scale.
Figure C.1:

dominate. In this t area, a single linear slope is tted to the log of all power curves
by minimizing the sum of squared residuals (SSR) for all curves simultaneously. As
the SH yield scales with the square of the incident power, the oset of the curves is
set free in this tting process. This procedure results in a decay length and standard
deviation of the t for each NW. This standard deviation σ is determined by plotting
the SSR as a function of the t parameter (i.e. slope) and nding where the SSR
intersects with the minimum of SSR, min(SRR), following

σ=
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min(SSR)
(n − m + 1),
(n − m)

(C.1)

SH yield of a 90 nm wide NW, using dierent powers on one single
NW structure (blue curve in Fig. C.1). Four curves are shown of measurements
using powers of 40, 50 and 60 mW of which 50 mW was measured twice to
demonstrate the reliability and reproducibility of the SH distribution on this
NW. Dashed lines indicate the boundaries of the region where the exponential
decay is most prominent and where a linear t is performed on the log of the SH
yield.
Figure C.2:

with n the number of data points, and m the number of t parameters.1
We repeat this procedure for N dierent wires with the same dimensions, which
gives us N decay lengths `p (2ω, j) and standard deviations σ(j), where j = 1, ..., N .
We then average these numbers for each NW dimension to obtain an average `p,2ω
and error(2ω), weighted by the inverse squared standard deviation of the individual
ts for N wires σ(j)−2 following
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Appendix D

Interaction of plasmonic
holes

In Chapter 5 we have studied the EM elds near multiple subwavelength holes in
an optically thick gold lm. The elds arise from illumination normal to the sample
through the bottom, using two polarizations. Here, we investigate for both polarizations whether the SPPs generated at one hole can act as an additional source term
for the neighboring hole. As in Chapter 5, here we consider the two cases, where
the holes either (i) radiate SPPs primarily along the axis connecting both holes or
(ii) where the SPPs are mainly radiated in a direction perpendicular to that axis.
If the two holes are located on the x = 0 line (see Fig. 5.1 of Chapter 5) then case
(i) corresponds to an initial excitation of the mx dipole in the hole, while case (ii)
corresponds to an excitation of the my dipole. If we take the initial excitation eld
to have an amplitude of 1 (that is, Z0 Hi = 1, for i = x, y and free-space impedance
Z0 ), then the eld amplitudes at a second hole (normalized to the excitation eld at
the rst hole) as a function of the displacement from the rst hole, for both dipoles,
are presented in Fig. D.1, for both dipoles.
In this work, we set a threshold of 0.1 in the amplitude on the interaction of the
holes when this value is exceeded. That is, we consider two holes to interact if the
amplitude of the scattered eld from hole 1 that reaches hole 2 is equal to or larger
than 0.1 times the amplitude of the excitation eld at hole 2. From Fig. D.1 it is
evident that in the case of an my dipole (part b) two holes would not interact unless
they were to be placed much less than a micron from each other. Conversely, for the
0.1 interaction threshold, a hole whose response is dominated by an mx dipole would
interact with a second hole, even if they were placed many microns apart (Fig. D.1a).
In our calculations we allow the holes to interact by calculating the scattered eld
distribution from one hole and nding the dierent eld components that arrive at
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Figure D.1: Amplitude of the electromagnetic elds as a function of position
from a hole (along the y-axis, as shown in g. 5.1 of chapter 5) whose response
is due to (a) an mx dipole, and (b) an my dipole. Details on the numerical
method can be found in section1.4.3 and chapter 5. All elds are normalized
to the incident excitation eld at the position of the hole, which has amplitude
Z0 H = 1. All nonzero eld components are labeled, and the surface plasmon
polariton wavelength is shown by the vertical black line.

the location of a second hole, as was done in Fig. D.1. If the amplitude of a eld
component at the secondary hole location is greater than our threshold (0.1 of the
initial eld amplitude at the secondary hole), then we let that component act as
a secondary source (which creates new dipoles in the secondary hole, according to
Eq. 1.22). This process is then iterated for these new dipoles and all other holes, until
no more eld components pass our threshold. We follow this procedure for all dipoles
that characterize the hole, not just mx or my as was done in Fig. D.1).
Neglecting the interaction of holes has the potential to greatly eect the scatteredeld distributions. An example of the potential error caused by ignoring the hole-hole
interaction is depicted in Fig. D.2. Although at rst glance the distribution of the
electric amplitude looks similar regardless of whether or not the holes are allowed
to interact (top row), a closer look reveals large dierences (bottom row). In fact,
in certain locations deviations of upwards of 75% are caused by neglecting the hole
interactions. Interestingly, we can nd C-points in the eld distributions regardless
of whether or not the holes interact, showing that the presence of the singularities is
mostly determined by the original sources (dipoles) induced in the holes, and not by
any secondary scattering eects. Of course, details such as the exact location of the
C-points are changed when the interaction is turned o or on.
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Calculated scattered eld amplitude of two 400 nm (radius) holes
separated by 1.3 µm whose optical response is due to the mx dipoles excited by
the illumination beam. Both the cases when the holes are allowed to interact
(top left) and when the interaction is turned o (top right) are shown. In the
bottom row, the dierence between these two case is shown, both in the same
units as the top row (bottom left) and as a percent change (bottom right). In
the nal plot, contours are shown every 25%.
Figure D.2:
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Optical singularities and
nonlinear effects near
plasmonic nanostructures:
Summary

For millenia, light has inspired humankind and has been the source of major technological advances. The rst technologies that used light increased our understanding
of many processes and phenomena by improving our own visual perception. By the
clever use of optical elements such as lenses and mirrors, we could build telescopes
to observe distant planets and microscopes to study the cells of which our bodies are
composed. Modern light-based technologies have not only allowed us to improve the
quality and resolution of optical imaging techniques, but we have also learned how
to create smart and articial light sources and obtain energy from the most powerful
light source available to us, the sun. Furthermore, less obvious technologies which also
utilize light, include the communication through optical bers, and the light-mediated
sensing of chemical compounds down to the detection sensitivity of single molecules.
What all the above named applications have in common, is that they are based upon
our ability to control light.
It was noticed since antiquity that light can interact dierently with dierent
materials. Depending on the atomic constitution of materials, light could pass through
or be reected, could be absorbed or emitted, and so on. This variety of light-matter
interaction provided the means to control light via selecting and shaping materials:
the perfect example are glasses that allow people with an eye-vision deciency to
see and read properly. In modern times we have been able to create articial materials with custom-made optical properties, paving the way to new possibilities in
light-matter control. One of these possibilities is the control of visible light on the
nanoscale, namely at length scales below its wavelength, for miniaturization of modern
technologies and the discovery of novel optical phenomena.
121

Summary

One promising way to manipulate light on the nanoscale is to exploit the properties
of light when it interacts with metallic elements. Light can, for instance, be guided
along the interface of a metal and a dielectric. These guided waves are called surface
plasmon polaritons (SPPs), and they occur because the collective oscillations of free
electrons of the metal interact with the light waves and vice versa. The wavelength
of the SPP itself is (much) shorter than the wavelength of light, resulting in a tight
connement and strong enhancement of the eld. The light elds interacting with
plasmonic systems can vary more rigorously in space than normal beams; they can
be much richer in structure and exhibit fascinating patterns. A variety of dierent
plasmonic platforms have been studied or proposed in literature to create unique
structured eld patterns.
In this thesis, we have created structured light using various plasmonic platforms
to investigate and control optical phenomena at the smallest possible scale. The
phenomena on which we focused our attention were: (a) nonlinear plasmonics and
(b) the rich physics behind optical singularities.
One major route to control light is via nonlinear eects. While in linear optics the
frequency of light is constant, nonlinear optics can convert the frequency of light to
newly generated frequencies, therefore providing novel light sources at any chosen
frequency. An example of such a nonlinear eect is second-harmonic generation
(SHG) where the frequency of light is doubled. Likewise, in third-harmonic generation
(THG), the original frequency is tripled. Nonlinear optical eects, which are typically
weak in nature, can be enhanced by increasing the light intensities. SHG and THG,
for instance, depend on the intensity of the source to the power of 2 and 3, respectively.
Nonlinearities can therefore benet from the strong local intensities near plasmonic
structures.
In chapter 2 we demonstrate experimentally that guided modes of plasmonic
nanowires can be used for nonlinear optics. By coupling light from a near-infrared
pulsed laser to the guided modes of single nanowires with variable widths, we exploit
the strong plasmonic eld enhancement to generate harmonic signals from the propagating plasmonic mode. We observe both second- and third-harmonic generation of
light in the far eld via the scattering of red and green light (2nd and 3rd harmonic)
along the nanowire. From our analysis of the spatial dependence of the harmonic
signals we conrm that the near-infrared SPPs, which are guided along the nanowire,
are indeed the source of the harmonics.
This nonlinear plasmonics approach allows us to control the propagating light frequency along metallic nanowires. The observation of nonlinear eects (the harmonics)
originating from guided SPP modes opens the way towards future applications which
are based on nonlinear plasmonics. Ultimately, multiple wires could be integrated
into an entire nonlinear network either for integrated logic or for controllable light
sources on the nanoscale.
In this thesis, we have also controlled optical properties of light elds near plasmonic systems, such as the direction of the light elds, typically denoted as the
polarization. In structured light elds, the polarization of light can change over small
length scales, containing polarization features which can even be innitely small in
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size. Clear examples are points where the polarization is locally circular, named Cpoints. Light close around the C-point is elliptically polarized and contains all possible
elliptical orientations of light, but at this exact point the polarization is perfectly
circular and consequently the orientation of the ellipse is undened. Similarly, on Llines the polarization is linear and the handedness of light is undetermined. C-points
and L-lines are examples of polarization singularities; singular, because a certain
property of the polarization (e.g. handedness or orientation) at such locations becomes
degenerate.
Optical singularities have innitesimal sizes and therefore require high resolution
instruments to fully image their local properties. Moreover, the polarization of light
is dependent both on the amplitude and phase of light for each planar component
(x and y). Hence, to identify optical singularities, a phase- and polarization-sensitive
instrument is required to fully characterize and map the polarization. A near-eld
optical microscope allows us to map at nanometric resolution the electromagnetic eld
components in the proximity of optical singularities via scanning of a nano-probe along
the surface of the sample.
The response of a near-eld probe to the underlying electromagnetic elds is
relatively intricate as it involves both electric and magnetic eld components. To
understand how the polarized elds near a plasmonic nanowire are imaged with a neareld microscope, in chapter 3 we perform measurements and numerical simulations of
the plasmonic nanowire and the probe aperture itself. We use the optical reciprocity
theorem to take the response of the aperture probe into consideration and reconstruct
the theoretical expectations for the measured signals. By implementing this theorem,
we nd good agreement between experiments and our theoretical predictions. From
the analysis of the measured signals we conclude that the collected light above the
plasmonic nanowire is a combination of electric and magnetic elds, where the magnetic eld contribution is signicant.
In chapter 4 we present the results of our search for the simplest plasmonic system
that contains polarization singularities, and that allows us to observe and control
them. We investigate the polarization patterns in the near-eld distributions that
result from scattering of SPPs from a single subwavelength hole in a gold lm. We
identify polarization singularities in both near-eld measurements as well as numerical
calculations and nd qualitatively good agreement between theory and experiments.
Additionally, we show that by varying the size of the subwavelength hole or the width
of the incident SPP beam we can control the position of the polarization singularities
and, as a result, their eld amplitude by over 3 orders of magnitude. Because the
control over the polarization singularities is achievable by tuning physically adjustable
parameters of the system (the hole diameter and beam width), we can expect that our
results create possibilities for its use in future on-chip applications requiring structured
light elds.
In chapter 5, we enrich the structure of light by considering multiple holes positioned in a gold lm. We nd that the plasmonic light elds scattered from two
or three subwavelength holes, positioned in series, exhibit singularities. Controlling
the polarization of the incident illumination beam with respect to the position of
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the holes, allows us to select where these singularities are created, their charge and
the topology of the eld surrounding them. We nd for the two-hole system, as the
distance between the holes is increased, that C-points are created in multiples of eight.
This quantization can be explained using symmetry arguments and conservation
laws. These results demonstrate the promise of this plasmonic platform as a tool for
studying and controlling fundamental properties of light elds, and may be important
to applications where control over these properties is required at the nanoscale.
In this thesis we have demonstrated experimentally and numerically two major
ways to control light at the nanoscale using guided plasmonic modes. One major
direction has been to control the frequency of light in a plasmonic nanowire via
nonlinear eects. Another direction has been the search for optical singularities
in plasmonics systems and investigate optimal routes towards their control. The
guided plasmonics modes used throughout this thesis can be integrated for on-chip
applications that make use of frequency conversion or polarization control.
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Samenvatting in het
Nederlands

Al millennia lang heeft licht de mensheid geïnspireerd en gediend als bron voor belangrijke technologische voortgang. De eerste technieken die gebruik maakten van licht
vergrootten ons begrip van vele natuurwetenschappelijke processen en fenomenen,
simpelweg door het verbeteren van onze visuele perceptie. Door slim gebruik te
maken van optische elementen, zoals lenzen en spiegels, konden we bijvoorbeeld
enerzijds telescopen bouwen om hemellichamen te aanschouwen die zonder hulpmiddelen onzichtbaar waren voor het menselijk oog. Anderzijds construeerden we
microscopen die het mogelijk maakten om individuele cellen te bestuderen waaruit
onder andere mens en dier zijn opgebouwd. Moderne technologieën die gebruik maken
van licht hebben niet alleen de kwaliteit en resolutie van optische beelden verbeterd,
ze maakten het ook mogelijk om intelligente en kunstmatige lichtbronnen te creëren
en energie op te wekken uit de meest krachtige lichtbron die voor ons beschikbaar
is: de zon. Ook minder bekende technieken die gebruik maken van licht proteerden
van de technologische groei, zoals de communicatie door optische glasvezels en de
lichtgestuurde detectie van chemische componenten, die inmiddels de precisie van
slechts enkele moleculen nadert. Wat al deze technieken gemeen hebben, is dat ze
afhankelijk zijn van onze mogelijkheid om licht te reguleren.
Sinds de oudheid weet men dat licht verschillend kan reageren op verschillende
materialen. Afhankelijk van de atomaire samenstelling van een materiaal kan licht
door materie voortbewegen of worden gereecteerd, worden geabsorbeerd of zelfs
uitgezonden. De variatie van de verschillende manieren van interactie tussen licht
en materie gaf ons de mogelijkheid om licht naar onze hand te zetten. Een welbekend
voorbeeld is de ontwikkeling van brillen en lenzen om mensen met gebrekkig zicht
scherp te laten zien en lezen. Door het juiste materiaal op een specieke manier te
vormen kan het scherptepunt van een oog naar wens worden gecorrigeerd.
Recentere ontwikkelingen hebben het eveneens mogelijk gemaakt om kunstmatige
materialen te ontwikkelen met speciaal samengestelde eigenschappen. Een van deze
ontwikkelingen is het manipuleren van (zichtbaar) licht op een lengteschaal (vele
malen) kleiner dan diens golengte, de nanoschaal. Dit maakt miniaturisatie van
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hedendaagse technologieën mogelijk en draagt tevens bij aan de ontdekking van nieuwe
optische fenomenen.
Een veelbelovende methode om licht op de nanoschaal te manipuleren maakt
gebruik van de interactie tussen licht en metaal. Licht kan bijvoorbeeld voortbewegen langs het grensvlak tussen een metaal en een diëlektrisch medium, zoals lucht.
Deze gestuurde golven worden ook wel oppervlakte plasmon polaritonen genoemd en
komen voort uit de interactie van collectieve oscillaties van de vrije elektronen in het
metaal met lichtgolven, en vice versa. De golengte van zo'n oppervlakte plasmon
polariton zelf kan (veel) korter dan de golengte van licht zijn, wat resulteert in een
strakke begrenzing van licht in de ruimte en ink versterkte veldintensiteiten. Ook
de patronen van lichtvelden rondom plasmonische systemen kunnen sneller variëren
in de ruimte; het licht is rijk in structuur en kan fascinerende patronen vertonen.
Tot op heden zijn verschillende plasmonische systemen bestudeerd of geopperd in de
literatuur om unieke gestructureerde veldpatronen te creëren.
In dit proefschrift hebben we licht gestructureerd met verschillende plasmonische
systemen om optische fenomenen te bestuderen en manipuleren op de kleinst mogelijke
schaal. De fenomenen waar wij onze aandacht op gericht hebben zijn: (a) niet-lineaire
plasmonica en (b) de rijke natuurkunde achter optische singulariteiten.
Een belangrijke route om licht te controleren is via niet-lineaire eecten. Anders
dan in lineaire optica, waar de frequentie van licht altijd gelijk blijft, kan niet-lineaire
optica de frequentie van licht omzetten naar nieuw gegenereerde frequenties. Het
kan hierdoor dienen als lichtbron voor iedere gekozen nieuwe frequentie. Een voorbeeld van zo'n fenomeen is tweedeharmonische generatie, waarbij de frequentie van
licht wordt verdubbeld. Vergelijkbaar met dit proces is derdeharmonische generatie,
waarbij de originele frequentie wordt verdrievoudigd. Niet-lineaire optische eecten
zijn van nature typisch zwak, maar kunnen versterkt worden door de intensiteit van
het licht te vergroten. Tweede- en derdeharmonische generatie bijvoorbeeld, zijn
afhankelijk van de intensiteit van de bron, respectievelijk tot de macht twee en drie.
Deze eecten kunnen daarom proteren van de lokaal sterke veldintensiteiten nabij
plasmonische systemen.
In hoofdstuk 2 hebben we experimenteel aangetoond dat voortbewegende oppervlakte plasmon polaritonen als lokale bron kunnen dienen voor niet-lineaire optische
eecten. Door infrarood licht te koppelen aan dunne gouddraden met nanometrische
dimensies, bevestigd op een glazen oppervlak, hebben we de verhoogde lichtintensiteiten gebruikt rondom de draad om zichtbare harmonische signalen op te wekken.
We hebben zowel tweedeharmonische generatie (rood licht) als derdeharmonische
generatie (groen licht) waargenomen wat langs individuele gouddraadjes verstrooide
naar het verre veld. Door middel van onze analyse van de ruimtelijke afhankelijkheid
van de harmonische signalen bevestigen we dat de propagerende infrarode oppervlakte
plasmon polaritonen de bron zijn van de harmonische signalen.
Deze niet-lineaire plasmonische methode stelt ons in staat om de frequentie van
voortbewegend licht langs metaaldraden te beheersen. De observatie van twee nietlineaire eecten (harmonische generatie) die beiden ontstaan uit propagerende plasmonen opent de mogelijkheid voor toekomstige toepassingen gebaseerd op niet-lineaire
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plasmonica. Uiteindelijk zouden meerdere draden geïntegreerd kunnen worden tot
een groter niet-lineair netwerk voor geïntegreerde optische circuits of controleerbare
lichtbronnen op de nanoschaal.
In dit proefschrift hebben we ook de optische eigenschappen van lichtvelden nabij
plasmonische systemen gemanipuleerd, waaronder de draairichting van lichtvelden
(vaak polarisatie genoemd). In gestructureerde lichtvelden kan de polarisatie van licht
variëren over extreem kleine lengteschalen. Hierin kunnen zelfs polarisatie kenmerken
zitten die oneindig klein van formaat zijn. Een duidelijk voorbeeld zijn punten waar
de polarisatie lokaal circulair is, bekend onder de term C-punten. Dicht rondom
zo'n C-punt is licht elliptisch gepolariseerd met elke mogelijke elliptische oriëntatie.
Exact op een C-punt echter, is licht perfect circulair, waardoor de oriëntatie van de
ellips noodzakelijkerwijs ongedenieerd is. Een ander voorbeeld zijn L-lijnen, waar
de polarisatie lineair is en de draairichting van licht (linksom of rechtsom) ongedenieerd is. Zowel C-punten als L-lijnen zijn voorbeelden van polarisatie singulariteiten;
singulair, omdat een specieke eigenschap van de polarisatie (zoals de draairichting
of oriëntatie) op deze plekken ongedenieerd is.
Aangezien optische singulariteiten oneindig klein zijn is een instrument met superresolutie vereist om hun lokale eigenschappen te bepalen. Bovendien is de polarisatie
van licht zowel afhankelijk van de amplitude als de fase van elke lichtcomponent in
het bestudeerde vlak (x en y). Om singulariteiten te identiceren is een fase- en
polarisatiegevoelig instrument vereist om alle polarisatie eigenschappen in het vlak
boven plasmonische sytemen volledig in kaart te kunnen brengen. Een optische nabije
veld microscoop maakt het mogelijk met nanometrische precisie de elektromagnetische
veldcomponenten in de nabijheid van optische singulariteiten in beeld te brengen.
De techniek maakt gebruik van een nano-probe (een dunne met aluminium gecoate
glasnaald waarvan het puntje is verwijderd zodat een 200 nm kleine opening ontstaat)
die dicht langs het oppervlak van het sample heen en weer wordt gescand en een kleine
fractie licht naar een detector stuurt.
De reactie van een nabije veld probe op de onderliggende elektromagnetische
velden is echter betrekkelijk ingewikkeld, omdat zowel de elektrische als magnetische
veldcomponenten een rol kunnen spelen. Om te begrijpen hoe de gepolariseerde velden
nabij een plasmonische nanodraad worden afgebeeld met een nabije veld microscoop,
hebben we in hoofdstuk 3 metingen met deze microscoop vlak boven de nanodraad
vergeleken met numerieke berekeningen van zowel de plasmonische draad als de probe
van de microscoop. Met behulp van theoretische voorspellingen zijn we in staat de
gemeten signalen te reconstrueren uit de numerieke simulaties, met goede overeenkomst. Uit deze bevindingen concluderen we dat het licht boven de nanodraad dat
verzameld is door de nabije veld microscoop een combinatie is van de elektrische en
magnetische velden rond de draad.
In hoofdstuk 4 presenteren we de resultaten van onze zoektocht naar het meest
eenvoudige plasmonische systeem dat polarisatie singulariteiten bevat. Bovendien onderzoeken we de mogelijkheden om ze te observeren en beheersen. We onderzoeken de
polarisatie patronen in de nabije veldverdelingen die voortvloeien uit de verstrooiing
van propagerende plasmonen aan een enkel gat in een goudlaag. We identiceren po127
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larisatie singulariteiten in zowel nabije veld metingen als numerieke berekeningen. We
vinden kwalitatief goede overeenkomst tussen de theorie en experimenten. We laten
zien dat door de diameter van het gat of de breedte van de invallende lichtbundel aan
te passen, we de positie van de polarisatie singulariteiten besturen waarbij eveneens
de veldsterktes sterk toenemen. Met deze resultaten laten we zien dat controle over
polarisatie singulariteiten realiseerbaar is door fysiek instelbare parameters van het
systeem te optimaliseren (de diameter van het gat en de breedte van de bundel). We
verwachten daarom dat onze bevindingen kunnen bijdragen aan toekomstige on-chip
toepassingen en ontwikkelingen die gebruik maken van gestructureerde lichtvelden.
In hoofdstuk 5 verrijken we de structuur van licht door meerdere gaten in een
goudlaag aan te brengen. We ontdekken dat plasmonische lichtvelden die verstrooien
aan twee of drie gaten, gepositioneerd in serie, optische singulariteiten onthullen. We
bestuderen het twee-gaten systeem in detail door de gat-tot-gat afstand stapsgewijs
te laten toenemen. We ontdekken hierbij dat C-punten in veelvouden van acht
ontstaan, wat te verklaren valt met symmetrie- en behoudswetten. Bovendien kan de
verandering van de polarisatie alle C-punten laten verdwijnen. Deze resultaten tonen
aan dat dit plasmonische systeem als gereedschap kan dienen voor het bestuderen van
fundamentele eigenschappen van lichtvelden op de nanoschaal.
In dit proefschrift hebben we experimenteel en numeriek aangetoond dat we licht
op de nanoschaal op twee manieren kunnen manipuleren. Enerzijds hebben we de
frequentie van licht langs een nanodraad gemanipuleerd door middel van niet-lineaire
eecten. Anderzijds hebben we optische singulariteiten geïdenticeerd in plasmonische systemen en een optimale route richting controle onderzocht. In dit gehele werk
is gebruik gemaakt van propagerende plasmonische systemen. Implementatie van
deze systemen voor on-chip toepassingen die berusten op omzetting van frequentie of
controle van polarisatie is daarom mogelijk.
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E
H
I
A
θ
ω
λ
c
k
n
nef f
P
Z0
χ

0
µ
µ0
`p
`d
`c
p
m
L
s
αE/H
α
ε

Electric eld vector
Magnetic eld vector
Intensity
Amplitude
Phase
Frequency
Wavelength
Speed of light in vacuum
Wavevector
Refractive index
Eective refractive mode index
Polarization density
Vacuum impedance
Susceptibility of the material
Permittivity
Vacuum permittivity
Permeability
Vacuum permeability
Propagation length
Decay length
Coherence length
Electric dipole
Magnetic dipole
Complex near-eld signal
Topological charge of a singularity
Electric/magnetic polarizability
Orientation angle of the polarization ellipse
Ellipticity of the polarization ellipse
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Common used abbreviations
AOM
C-point
CCD
L-line
LED
LPR
NW
ORT
PhCW
PML
SHG
SPP
TE
THG
TM
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Acoustic-optic modulater
Point of circular polarization
Charge-coupled device camera
Line of linear polarization
Light emitting diode
Local plasmon resonance
Nanowire
Optical reciprocity theorem
Photonic crystal waveguide
Perfectly matched layer
Second-harmonic generation
Surface plasmon polariton
Transverse electric
Third-harmonic generation
Transverse magnetic
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